
Illinois Department of Transportation 
Bureau of Materials 

 Specific Gravity (Gsb) List 
January 6, 2017 

This list supercedes the December 23, 2016 list.  Note:  Changes are not high-lighted on this list. 
Standard Specifications for Road and Bridge Construction, Articles 1020 and 1030 (Adopted January 1, 2012) 

 
Notes: 

 

1. This is the Statewide Specific Gravity (Gsb) list. Gsb values for all new HMA and PCC mix designs shall be obtained from this list. 
2. Consulting with your district Mixtures Control Engineer to verify the Gsb values, is encouraged prior to the construction season. 
3. This list will be reviewed and updated every December. Until that time, only new products, ledges or producers will be added. 
4. Although this list can be used as a "Shopping List", be aware that any change in aggregate source requires a new mix design. 
5. For Gsb results for all Slag Producers, contact your district Mixtures Control Engineer. 
6. Aggregate for several PCC uses is required to be tested for Freeze-thaw. Please refer to the "Aggregate Freeze-thaw Rating List" prior to use. 

 
Material Code Definition: 
Example: 022CM1101 

 

02 2 CM 11 01* 
 

This designates the quality 
rating of the aggregate. 

 
02 = A Quality 
03 = B Quality 
04 = C Quality 
05 = D Quality 

 
For HMA: 
Coarse Aggregate: 
Surface = 02 or 03 
Binder = 02, 03, or 04 
BAM = All listed above 
Level Binder = 02, 03, or 04 

 

Fine Aggregate: 
All HMA Uses: 02 or 03 

 
For PCC: 
Coarse and Fine Aggregate: 
All PCC uses except CAM, 
CAMII and CLSM: 02 Only 

This number designates the 
kind of stone from which the 
material is produced. 
 
0 = Rounded Gravel 
1 = Crushed Gravel 
2 = Crushed Stone 
3 = ACBF Slag 
7 = Natural Sands 
8 = Manufactured Sands 
9 = Steel Slag, Blended 
Sands, and Crushed Concrete 
 
The coarse aggregate for 
HMA mixes shall follow 
Article 1004.03 (a) of the 
Standard Specifications 
(Adopted January 1, 2012) 

This designates whether the 
stone is a Coarse Aggregate 
(CM/CA) or a Fine Aggregate 
(FM/FA). 

This number represents the 
gradation the material is 
supposed to meet. 
i.e. - 11,13,16,20,21,01 

This designation is only used 
for materials that meets the 
Bridge Superstructure or A+ 
quality specification. 
 
 
 
* Although a source may be 
designated Superstructure 
on this list, quality may be by 
stockpile approval. Contact 
your district Mixtures Control 
Engineer prior to use. 
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91 AMERICAN AGGREGATE NILES, MI 52600-08 027FM02 ABOVE WATER 2.602 2.63 1.2 

91 BEEMSTERBOER SLAG GARY, IN 52103-27 039CM13 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

91 BEEMSTERBOER SLAG GARY, IN 52103-27 039CM14 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

91 BEVERLY MATERIALS ELGIN, IL 50890-22 020CM1101 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.651 2.70 1.8 

91 BEVERLY MATERIALS ELGIN, IL 50890-22 020CM1601 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.638 2.69 2.1 

91 BEVERLY MATERIALS ELGIN, IL 50890-22 021CM1101 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.684 2.72 1.5 

91 BEVERLY MATERIALS ELGIN, IL 50890-22 021CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.657 2.71 2.0 

91 BEVERLY MATERIALS ELGIN, IL 50890-22 027FM02 ABOVE & BELOW WATER 2.637 2.69 1.8 

91 BEVERLY MATERIALS ELGIN, IL 50890-22 029FM02  2.606 2.65 1.8 

91 BEVERLY MATERIALS ELGIN, IL 50890-22 039FM20 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.675 2.72 1.6 

91 BEVERLY MATERIALS ELGIN, IL 50890-22 039FM22 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.645 2.71 2.6 

91 BEVERLY MATERIALS HUNTLEY, IL 51110-41 027FM02 ABOVE & BELOW WATER 2.622 2.66 1.5 

91 BLUFF CITY MATERIALS BARTLETT, IL 50310-09 020CM16 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.626 2.68 2.1 

91 BLUFF CITY MATERIALS BARTLETT, IL 50310-09 021CM1101 CRUSHED GRAVEL 2.649 2.69 1.7 

91 BLUFF CITY MATERIALS BARTLETT, IL 50310-09 021CM1601 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.648 2.70 2.0 

91 BLUFF CITY MATERIALS BARTLETT, IL 50310-09 027FM02 ABOVE & BELOW WATER 2.638 2.68 1.5 

91 BLUFF CITY MATERIALS BARTLETT, IL 50310-09 029FM20 ABOVE & BELOW WATER 2.649 2.70 2.0 

91 BLUFF CITY MATERIALS BARTLETT, IL 50310-09 029FM22 ABOVE & BELOW WATER 2.639 2.70 2.2 

91 CEDAR LAKE S.& G. HARTFORD, WI 52400-39 020CM1101 ABOVE WATER, ROUNDED GRAVEL 2.727 2.76 1.0 

91 CEDAR LAKE S.& G. HARTFORD, WI 52400-39 020CM1601 ABOVE WATER, ROUNDED GRAVEL 2.695 2.73 1.4 

91 CEDAR LAKE S.& G. HARTFORD, WI 52400-39 027FM02 ABOVE WATER 2.676 2.70 1.0 

91 CONSOLIDATED MTLS MARENGO, IL 51110-46 020CM11 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.682 2.72 1.4 

91 CONSOLIDATED MTLS MARENGO, IL 51110-46 020CM16 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.660 2.71 1.7 
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91 CONSOLIDATED MTLS MARENGO, IL 51110-46 027FM02 ABOVE & BELOW WATER 2.652 2.68 1.2 

91 CONSOLIDATED MTLS MARENGO, IL 51110-46 031CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.684 2.73 1.7 

91 CONSOLIDATED MTLS MARENGO, IL 51110-46 039FM20  2.685 2.73 1.6 

91 CONSOLIDATED MTLS MARENGO, IL 51110-46 041CM11 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.704 2.74 1.2 

91 C-VILLE QUARRY LLC CARPENTERSVILLE, IL 50890-10 027FM02  2.639 2.68 1.6 

91 C-VILLE QUARRY LLC CARPENTERSVILLE, IL 50890-10 031CM16 CRUSHED GRAVEL 2.671 2.72 1.7 

91 ELKHART CO. GRAVEL MIDDLEBURY, IN 52100-56 027FM02 ABOVE WATER 2.596 2.63 1.3 

91 ELKHART CO. GRAVEL MIDDLEBURY, IN 52100-66 027FM02 ABOVE WATER 2.599 2.63 1.2 

91 ELKHART CO. GRAVEL NEW PARIS, IN 52100-59 027FM02 ABOVE WATER 2.614 2.65 1.2 

91 ELKHART CO. GRAVEL WARSAW, IN 52100-60 027FM02 ABOVE WATER 2.599 2.64 1.5 

91 ELMHURST CHICAGO ST. KANEVILLE, IL 50890-29 027FM02 ABOVE & BELOW WATER 2.612 2.67 2.1 

91 ELMHURST CHICAGO ST. ROMEOVILLE, IL 51972-10 022CM07 LEVELS 1&2 2.563 2.63 2.7 

91 ELMHURST CHICAGO ST. ROMEOVILLE, IL 51972-10 032CM16 LEVELS 1&2 2.539 2.63 3.4 

91 ELMHURST CHICAGO ST. ROMEOVILLE, IL 51972-10 038FM20 LEVELS 1&2 2.614 2.68 2.5 

91 FRANKLIN AGGREGATES FRANKLIN, WI 52402-99 022CM1101 BENCH 1 2.598 2.65 2.0 

91 FRANKLIN AGGREGATES FRANKLIN, WI 52402-99 022CM1601 BENCH 1 2.619 2.67 2.1 

91 FRANKLIN AGGREGATES FRANKLIN, WI 52402-99 032CM16 LEVEL 9 2.613 2.68 2.6 

91 FRANKLIN AGGREGATES FRANKLIN, WI 52402-99 042CM11 LEVEL 9 2.601 2.65 2.0 

91 H&H STONE LLC PLAINFIELD, IL 51972-11 022CM11 0.0 - 10.7 M LEDGE 2.450 2.55 4.1 

91 HANSON JOLIET JOLIET, IL 51972-20 022CM0701 LEVELS 1 & 2 2.675 2.71 1.4 

91 HANSON JOLIET JOLIET, IL 51972-20 022CM1101 LEVELS 1 & 2 2.693 2.73 1.2 

91 HANSON JOLIET JOLIET, IL 51972-20 022CM1601 LEVELS 1 & 2 2.679 2.72 1.6 

91 HANSON JOLIET JOLIET, IL 51972-20 028FM20 LEVELS 1 & 2 2.733 2.76 0.9 
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91 HANSON JOLIET JOLIET, IL 51972-20 038FM21 LEVELS 1 & 2 2.685 2.71 0.8 

91 HANSON MATERIAL SVC ALGONQUIN, IL 51110-12 020CM11 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.665 2.71 1.5 

91 HANSON MATERIAL SVC ALGONQUIN, IL 51110-12 020CM16 ROUNDED GRAVEL 2.635 2.69 2.0 

91 HANSON MATERIAL SVC ALGONQUIN, IL 51110-12 027FM02 ABOVE & BELOW WATER 2.636 2.67 1.3 

91 HANSON MATERIAL SVC ALGONQUIN, IL 51110-12 031CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.670 2.72 1.8 

91 HANSON MATERIAL SVC LAGRANGE, IL 50312-02 022CM11 ALL LEDGES 2.701 2.74 1.4 

91 HANSON MATERIAL SVC LAGRANGE, IL 50312-02 032CM16 ALL LEDGES 2.676 2.73 1.9 

91 HANSON MATERIAL SVC LAGRANGE, IL 50312-02 042CM11 ALL LEDGES 2.706 2.74 1.4 

91 HANSON MATERIAL SVC THORNTON, IL 50312-04 022CM0701 ALL LEDGES 2.629 2.67 1.5 

91 HANSON MATERIAL SVC THORNTON, IL 50312-04 022CM1101 ALL LEDGES 2.640 2.68 1.5 

91 HANSON MATERIAL SVC THORNTON, IL 50312-04 022CM1301 ALL LEDGES 2.640 2.69 1.8 

91 HANSON MATERIAL SVC THORNTON, IL 50312-04 028FM20 ALL LEDGES 2.695 2.73 1.3 

91 HANSON MATERIAL SVC THORNTON, IL 50312-04 032CM14 ALL LEDGES 2.663 2.70 2.5 

91 HANSON MATERIAL SVC THORNTON, IL 50312-04 032CM16 ALL LEDGES 2.639 2.69 1.9 

91 HANSON MATERIAL SVC THORNTON, IL 50312-04 038FM20 ALL LEDGES 2.649 2.70 2.0 

91 HANSON MATERIAL SVC THORNTON, IL 50312-04 038FM21 ALL LEDGES 2.681 2.71 1.1 

91 HANSON MATERIAL SVC THORNTON, IL 50312-04 038FM22 ALL LEDGES 2.644 2.70 1.9 

91 HANSON MATERIAL SVC THORNTON, IL 50312-04 042CM11 ALL LEDGES 2.645 2.68 1.4 

91 LAFARGE CONCO N. AURORA, IL 50892-01 022CM11 LEVEL 1, BREAST - DOLOMITE 2.660 2.70 1.4 

91 LAFARGE CONCO N. AURORA, IL 50892-01 022CM1101 LEVEL 1, BENCH & LEVELS 2 & 3 - LIMESTONE 2.625 2.67 1.7 

91 LAFARGE CONCO N. AURORA, IL 50892-01 022CM1601 LEVEL 1, BENCH & LEVELS 2 & 3 - LIMESTONE 2.605 2.66 2.2 

91 LAFARGE CONCO N. AURORA, IL 50892-01 032CM16 LEVEL 1, BENCH & LEVELS 2 & 3 - LIMESTONE 2.609 2.66 2.1 

91 LAFARGE CONCO N. AURORA, IL 50892-01 032CM16 LEVEL 1, BREAST - DOLOMITE 2.635 2.68 1.7 
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91 LAFARGE CONCO N. AURORA, IL 50892-01 038FM20 ALL LEDGES 2.592 2.65 2.2 

91 LAFARGE CONCO N. AURORA, IL 50892-01 038FM21 ALL LEDGES 2.593 2.63 1.4 

91 LAFARGE CONCO N. AURORA, IL 50892-01 042/022CM11 LEVEL 1, BENCH & LEVELS 2 & 3 - LIMESTONE 2.634 2.67 1.5 

91 LAFARGE ELBURN ELBURN, IL 50890-27 020CM11 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.628 2.68 2.1 

91 LAFARGE ELBURN ELBURN, IL 50890-27 020CM16 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.617 2.68 2.4 

91 LAFARGE ELBURN ELBURN, IL 50890-27 027FM02 ABOVE & BELOW WATER 2.628 2.67 1.8 

91 LAFARGE ELBURN ELBURN, IL 50890-27 029FM20 ABOVE & BELOW WATER 2.648 2.70 2.1 

91 LAFARGE ELBURN ELBURN, IL 50890-27 029FM22 ABOVE & BELOW WATER 2.647 2.71 2.3 

91 LAFARGE ELBURN ELBURN, IL 50890-27 031CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.646 2.71 2.2 

91 LAFARGE FOX RIVER S. ELGIN, IL 50892-02 022CM1101 LEVEL 1 BREAST 1 2.664 2.71 1.6 

91 LAFARGE FOX RIVER S. ELGIN, IL 50892-02 032CM16 LEVEL 1 BREAST 1 2.648 2.70 2.1 

91 LAFARGE FOX RIVER S. ELGIN, IL 50892-02 038FM21 LEVEL 1 BREAST 1 2.673 2.71 1.4 

91 LAFARGE JOLIET ROCKDALE, IL 51972-15 022CM1101/B LEVEL 1 BREAST 1 & LEVEL 1 BENCH 1 2.662 2.70 1.5 

91 LAFARGE JOLIET ROCKDALE, IL 51972-15 022CM1601 LEVEL 1 BREAST 1 & LEVEL 1 BENCH 1 2.661 2.71 1.8 

91 LAFARGE JOLIET ROCKDALE, IL 51972-15 032CM14 LEVEL 1 BREAST 1 & LEVEL 1 BENCH 1 2.649 2.69 1.7 

91 LAFARGE JOLIET ROCKDALE, IL 51972-15 032CM16 LEVEL 1 BREAST 1 & LEVEL 1 BENCH 1 2.645 2.70 2.1 

91 LAFARGE JOLIET ROCKDALE, IL 51972-15 038FM20 LEVEL 1 BREAST 1 & LEVEL 1 BENCH 1 2.723 2.75 1.0 

91 LAFARGE JOLIET ROCKDALE, IL 51972-15 038FM21 LEVEL 1 BREAST 1 & LEVEL 1 BENCH 1 2.643 2.67 1.1 

91 LAFARGE JOLIET ROCKDALE, IL 51972-15 038FM22 LEVEL 1 BREAST 1 & LEVEL 1 BENCH 1 2.664 2.72 2.0 

91 LAFARGE JOLIET ROCKDALE, IL 51972-15 042CM11 LEVEL 1 BREAST 1 & LEVEL 1 BENCH 1 2.662 2.70 1.5 

91 LANDMARK MATERIALS WALKERTON, IN 52100-86 027FM02  2.587 2.62 1.3 

91 LANNON STONE SUSSEX, WI 52402-64 022CM1101 0.0-15.2M LEDGE 2.707 2.74 1.2 

91 MATERIAL SERVICE ROMEOVILLE, IL 51972-02 022CM1101 ALL LEDGES 2.653 2.70 1.8 
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91 MATERIAL SERVICE ROMEOVILLE, IL 51972-02 022CM1601 ALL LEDGES 2.635 2.69 2.3 

91 MATERIAL SERVICE ROMEOVILLE, IL 51972-02 029FM20 ALL LEDGES, BLENDED SAND 2.643 2.68 1.4 

91 MATERIAL SERVICE ROMEOVILLE, IL 51972-02 038FM22 ALL LEDGES 2.631 2.70 2.5 

91 MATHY CONSTRUCTION WISCONSIN RAPID, WI 52402-26 032CM13 TORK QUARRY, GRANITE 2.678 2.69 0.6 

91 MATHY CONSTRUCTION WISCONSIN RAPID, WI 52402-26 032CM14 TORK QUARRY, GRANITE 2.683 2.69 0.4 

91 MEYER MATERIAL CO. ALGONQUIN, IL 51110-07 020CM1101 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.658 2.70 1.6 

91 MEYER MATERIAL CO. ALGONQUIN, IL 51110-07 020CM1601 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.628 2.68 2.0 

91 MEYER MATERIAL CO. ALGONQUIN, IL 51110-07 021CM1101 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.676 2.72 1.5 

91 MEYER MATERIAL CO. ALGONQUIN, IL 51110-07 021CM1601 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.655 2.71 1.9 

91 MEYER MATERIAL CO. ALGONQUIN, IL 51110-07 027FM02 ABOVE & BELOW WATER 2.636 2.67 1.2 

91 MEYER MATERIAL CO. MARENGO, IL 51110-03 020CM1101 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.690 2.73 1.4 

91 MEYER MATERIAL CO. MARENGO, IL 51110-03 021CM16 CRUSHED GRAVEL 2.703 2.75 1.5 

91 MEYER MATERIAL CO. MARENGO, IL 51110-03 027FM02  2.659 2.69 1.1 

91 MEYER MATERIAL CO. MCHENRY, IL 51110-11 020CM1101 ABOVE WATER, ROUNDED GRAVEL 2.683 2.72 1.4 

91 MEYER MATERIAL CO. MCHENRY, IL 51110-11 020CM1601 ABOVE WATER, ROUNDED GRAVEL 2.622 2.68 2.2 

91 MEYER MATERIAL CO. MCHENRY, IL 51110-11 021CM1101 ABOVE WATER, CRUSHED GRAVEL 2.711 2.75 1.3 

91 MEYER MATERIAL CO. MCHENRY, IL 51110-11 021CM1601 ABOVE WATER, CRUSHED GRAVEL 2.686 2.73 1.8 

91 MEYER MATERIAL CO. MCHENRY, IL 51110-11 027FM02 ABOVE WATER 2.631 2.67 1.5 

91 MEYER MATERIAL CO. MCHENRY, IL 51110-11 039FM20 ABOVE WATER 2.689 2.73 1.6 

91 MEYER MATERIAL CO. MCHENRY, IL 51110-11 039FM22 ABOVE WATER 2.659 2.72 2.3 

91 MEYER MATERIAL CO. TWIN LAKES, WI 52400-44 020CM1101 ABOVE WATER, ROUNDED GRAVEL 2.676 2.72 1.6 

91 MEYER MATERIAL CO. TWIN LAKES, WI 52400-44 027FM02 ABOVE WATER 2.643 2.67 1.1 

91 MEYER MATERIAL CO. TWIN LAKES, WI 52400-44 031CM16 ABOVE WATER, CRUSHED GRAVEL 2.659 2.72 2.1 
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91 MICHELS MATERIALS WATERLOO, WI 52402-25 032CM13 WATERLOO QUARTZITE 2.650 2.67 0.6 

91 MICHELS MATERIALS WATERLOO, WI 52402-25 032CM14 WATERLOO QUARTZITE 2.661 2.67 0.5 

91 MICHELS MATERIALS WATERLOO, WI 52402-25 032CM16 WATERLOO QUARTZITE 2.646 2.67 0.7 

91 MICHELS MATERIALS WATERLOO, WI 52402-25 038FM20 WATERLOO QUARTZITE 2.632 2.65 0.6 

91 MOOSE LAKE AGG. NILES, MI 52600-06 027FM02 ABOVE & BELOW WATER 2.594 2.62 1.1 

91 ONTARIO TRAP ROCK BRUCE MINES, ON 52352-02 032CM13 LEDGE 3 2.904 2.92 0.5 

91 ONTARIO TRAP ROCK BRUCE MINES, ON 52352-02 032CM14 LEDGE 3 2.903 2.92 0.5 

91 ONTARIO TRAP ROCK BRUCE MINES, ON 52352-02 038FM22 LEDGE 3 2.874 2.90 0.8 

91 OZINGA MATERIALS INC JOLIET, IL 51970-39 029FM01 BLEND SAND 2.527 2.61 3.2 

91 OZINGA MATERIALS INC JOLIET, IL 51970-39 037FM01 ABOVE WATER 2.546 2.63 3.1 

91 PAYNE & DOLAN FOX LAKE, IL 51110-58 020CM1101 ABOVE WATER, ROUNDED GRAVEL 2.659 2.70 1.6 

91 PAYNE & DOLAN FOX LAKE, IL 51110-58 020CM16 ABOVE WATER, ROUNDED GRAVEL 2.619 2.68 2.2 

91 PAYNE & DOLAN FOX LAKE, IL 51110-58 021CM1101 ABOVE WATER, CRUSHED GRAVEL 2.694 2.73 1.4 

91 PAYNE & DOLAN FOX LAKE, IL 51110-58 021CM1601 ABOVE WATER, CRUSHED GRAVEL 2.685 2.73 1.6 

91 PAYNE & DOLAN FOX LAKE, IL 51110-58 027FM02 ABOVE WATER 2.625 2.67 1.6 

91 PAYNE & DOLAN FOX LAKE, IL 51110-58 039FM20 ABOVE WATER 2.674 2.72 1.7 

91 PAYNE & DOLAN RACINE, WI 52402-01 022CM16 LOWER MAYVILLE 2.673 2.72 1.8 

91 PAYNE & DOLAN RACINE, WI 52402-01 032CM16 UPPER WAUKESHA 2.616 2.68 2.5 

91 PAYNE & DOLAN RACINE, WI 52402-01 032CM16 UPPER MAYVILLE 2.678 2.73 1.8 

91 PHOENIX SERVICES E. CHICAGO, IN 52103-23 033CM11 ACBF SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

91 PHOENIX SERVICES E. CHICAGO, IN 52103-23 033CM13 ACBF SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

91 PHOENIX SERVICES E. CHICAGO, IN 52103-23 033FM20 ACBF SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

91 PHOENIX SERVICES E. CHICAGO, IN 52103-23 039CM13 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    
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91 PHOENIX SERVICES E. CHICAGO, IN 52103-23 039CM14 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE  

91 PHOENIX SERVICES E. CHICAGO, IN 52103-23 039FM20 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE 

91 RIETH-RILEY CONST CO ROLLING PRAIRE, IN 52100-58 027FM02 BELOW WATER 2.582 2.62 1.5 

91 SPRUCE LAKE S & G RICHMOND, IL 51110-64 020CM1101 ABOVE WATER, ROUNDED GRAVEL 2.680 2.72 1.5 

91 SPRUCE LAKE S & G RICHMOND, IL 51110-64 027FM02 ABOVE WATER 2.636 2.67 1.3 

91 SUPER AGGREGATES WOODSTOCK, IL 51110-62 020CM1101 ROUNDED GRAVEL 2.664 2.71 1.6 

91 SUPER AGGREGATES WOODSTOCK, IL 51110-62 020CM1601 ROUNDED GRAVEL 2.618 2.68 2.2 

91 SUPER AGGREGATES WOODSTOCK, IL 51110-62 027FM02  2.627 2.67 1.5 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-01 020CM1101 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.651 2.70 1.7 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-01 020CM16 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.616 2.67 2.2 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-01 021CM1101 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.688 2.73 1.4 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-01 027FM02 ABOVE & BELOW WATER 2.618 2.66 1.5 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-01 029FM22 ABOVE & BELOW WATER, ROUNDED 2.596 2.66 2.6 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-01 031CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL, CONE 2.660 2.71 1.9 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-01 031CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL, VSI 2.666 2.71 1.8 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-01 031CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL, BLEND 2.660 2.71 1.9 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-01 039FM20 ABOVE WATER, CRUSHED GRAVEL, CONE 2.656 2.71 1.8 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-01 039FM22 ABOVE & BELOW WATER, CRUSHED GRAVEL, VSI 2.633 2.69 2.2 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-02 020CM1101 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.659 2.70 1.7 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-02 020CM1601 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.625 2.68 2.1 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-02 021CM1101 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.705 2.74 1.3 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-02 027FM02 ABOVE & BELOW WATER 2.618 2.66 1.6 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-02 031CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL, CONE 2.671 2.72 1.9 
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91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-02 031CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL, VSI 2.665 2.71 1.8 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-02 031CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL, BLEND 2.667 2.72 1.8 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-02 039FM20 ABOVE & BELOW WATER, CRUSHED GRAVEL, VSI 2.618 2.67 2.1 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-02 039FM20 ABOVE & BELOW WATER, CRUSHED GRAVEL, CONE 2.673 2.72 1.7 

91 THELEN SAND & GRAVEL ANTIOCH, IL 50970-02 039FM22 ABOVE & BELOW WATER, CRUSHED GRAVEL, VSI 2.624 2.69 2.3 

91 THELEN SAND & GRAVEL HEBRON, WI 52400-27 020CM11 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.671 2.71 1.5 

91 THELEN SAND & GRAVEL HEBRON, WI 52400-27 027FM02 ABOVE & BELOW WATER 2.639 2.67 1.5 

91 THELEN SAND & GRAVEL LILYMOOR, IL 51110-09 020CM1101 BELOW WATER, ROUNDED GRAVEL 2.687 2.72 1.3 

91 THELEN SAND & GRAVEL LILYMOOR, IL 51110-09 020CM16 BELOW WATER, ROUNDED GRAVEL 2.657 2.70 1.7 

91 THELEN SAND & GRAVEL LILYMOOR, IL 51110-09 021CM1101 BELOW WATER, CRUSHED GRAVEL 2.711 2.74 1.0 

91 THELEN SAND & GRAVEL LILYMOOR, IL 51110-09 021CM1601 BELOW WATER, CRUSHED GRAVEL 2.679 2.73 1.7 

91 THELEN SAND & GRAVEL LILYMOOR, IL 51110-09 027FM02 BELOW WATER 2.657 2.69 1.1 

91 VULCAN MATERIALS BARTLETT, IL 50312-90 022CM1101 ALL LEDGES 2.671 2.71 1.5 

91 VULCAN MATERIALS BARTLETT, IL 50312-90 022CM1601 ALL LEDGES 2.655 2.71 2.0 

91 VULCAN MATERIALS BARTLETT, IL 50312-90 028FM20 ALL LEDGES 2.706 2.74 1.3 

91 VULCAN MATERIALS BARTLETT, IL 50312-90 038FM21 ALL LEDGES 2.698 2.73 1.1 

91 VULCAN MATERIALS BOLINGBROOK, IL 51972-09 022CM1101 LEVELS 1-4 2.636 2.68 1.6 

91 VULCAN MATERIALS BOLINGBROOK, IL 51972-09 022CM1601 LEVELS 1-4 2.615 2.67 2.0 

91 VULCAN MATERIALS JOLIET, IL 51972-19 022CM1101 0.0-42.7M & 42.7-51.8M 2.673 2.71 1.5 

91 VULCAN MATERIALS JOLIET, IL 51972-19 028FM20 0.0-42.7M & 42.7-51.8M 2.666 2.71 1.8 

91 VULCAN MATERIALS JOLIET, IL 51972-19 032CM16 0.0-42.7M & 42.7-51.8M 2.656 2.71 2.0 

91 VULCAN MATERIALS JOLIET, IL 51972-19 038FM22 0.0-42.7M & 42.7-51.8M 2.656 2.71 2.1 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 022CM11 ALL LEDGES, MAIN PLANT, PILE 578 2.662 2.71 1.8 
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91 VULCAN MATERIALS MCCOOK, IL 50312-78 022CM1101 ALL LEDGES, MAIN PLANT 2.676 2.72 1.7 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 022CM1101 ALL LEDGES, CHIP PLANT 2.712 2.75 1.3 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 022CM1301 ALL LEDGES, MAIN PLANT 2.664 2.72 1.9 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 022CM14 ALL LEDGES, MAIN PLANT 2.676 2.72 1.7 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 022CM14 ALL LEDGES, CHIP PLANT 2.678 2.72 1.7 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 022CM16 ALL LEDGES, MAIN PLANT 2.650 2.71 2.1 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 028FM20 ALL LEDGES, 944 2.639 2.69 2.1 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 028FM20 ALL LEDGES, 951 2.641 2.70 2.2 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 032CM13 NOT WASHED, MAIN PLANT 2.651 2.71 2.1 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 032CM14 ALL LEDGES, CHIP PLANT 2.692 2.73 1.6 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 032CM16 ALL LEDGES, MAIN PLANT 2.646 2.70 2.1 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 032CM16 HMA ONLY, CHIP PLANT 2.658 2.71 2.0 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 038FM20 ALL LEDGES, 961 2.625 2.69 2.4 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 038FM22 ALL LEDGES 2.647 2.71 2.3 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 042CM11 ALL LEDGES, CHIP PLANT 2.680 2.72 1.5 

91 VULCAN MATERIALS MCCOOK, IL 50312-78 042CM11 NOT WASHED, MAIN PLANT 2.681 2.72 1.5 

91 VULCAN MATERIALS ROMEOVILLE, IL 51972-04 022CM1101 LEVELS 1-4 2.656 2.70 1.5 

91 VULCAN MATERIALS ROMEOVILLE, IL 51972-04 022CM1601 LEVELS 1-4 2.641 2.69 1.9 

91 VULCAN MATERIALS ROMEOVILLE, IL 51972-04 028FM20 LEVELS 1-4 2.679 2.72 1.5 

91 VULCAN MATERIALS ROMEOVILLE, IL 51972-04 032CM16 LEVELS 1-4 2.641 2.69 1.9 

91 WELCH BROTHERS INC. HAMPSHIRE, IL 50890-53 020CM11 BELOW WATER, ROUNDED GRAVEL 2.682 2.72 1.4 

91 WELCH BROTHERS INC. HAMPSHIRE, IL 50890-53 020CM16 BELOW WATER, ROUNDED GRAVEL 2.658 2.70 1.7 

91 WELCH BROTHERS INC. HAMPSHIRE, IL 50890-53 027FM02 BELOW WATER 2.649 2.68 1.1 
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92 ACME FUEL & MATLS. MUSCATINE, IA 52200-12 027FM01 BELOW WATER 2.630 2.65 0.7 

92 ALLIANCE MATERIALS COLETA, IL 51952-86 022CM1101 21.3-29.3M LEDGE 2.583 2.65 2.6 

92 ALLIANCE MATERIALS COLETA, IL 51952-86 022CM1601 21.3-29.3M LEDGE 2.561 2.65 3.3 

92 ALLIANCE MATERIALS COLETA, IL 51952-86 038FM20 21.3-29.3M LEDGE 2.602 2.67 2.6 

92 ALLIANCE MATERIALS COMO, IL 51950-03 027FM01 ABOVE WATER 2.575 2.61 1.4 

92 ALLIANCE MATERIALS DIXON, IL 51030-51 027FM01 BELOW WATER 2.612 2.64 1.1 

92 ALLIANCE MATERIALS EMERSON, IL 51952-59 032CM16 0.0-23.5M LEDGE 2.571 2.65 3.1 

92 ALLIANCE MATERIALS EMERSON, IL 51952-59 038FM20 0.0-23.5M LEDGE 2.584 2.66 2.9 

92 ALLIANCE MATERIALS EMERSON, IL 51952-59 042CM11 0.0-23.5M LEDGE 2.590 2.66 2.6 

92 ALLIANCE MATERIALS GALT, IL 51950-89 027FM01 ABOVE & BELOW WATER 2.620 2.64 0.9 

92 BARD MATERIALS CASCADE, IA 52200-03 027FM01 BELOW WATER 2.619 2.64 0.9 

92 BEVERLY MATERIALS BELVIDERE, IL 50072-16 022CM1101 0.0-15.2M, LEDGES 1 & 2 2.648 2.70 2.1 

92 BEVERLY MATERIALS BELVIDERE, IL 50072-16 022CM1101 0.0-9.1M, LEDGE 1 2.647 2.70 2.1 

92 BEVERLY MATERIALS BELVIDERE, IL 50072-16 022CM1101 15.2-21.3M, LEDGE 3 2.564 2.64 2.9 

92 BEVERLY MATERIALS BELVIDERE, IL 50072-16 022CM1601 0.0-9.1M, LEDGE 1 2.618 2.69 2.7 

92 BEVERLY MATERIALS BELVIDERE, IL 50072-16 022CM1601 0.0-15.2M, LEDGES 1 & 2 2.629 2.70 2.6 

92 BEVERLY MATERIALS BELVIDERE, IL 50072-16 022CM1601 LEDGES 1 & 4, COMBINED 2.614 2.67 2.2 

92 BEVERLY MATERIALS BELVIDERE, IL 50072-16 022CM1601 15.2-21.3M, LEDGE 3 2.551 2.64 3.4 

92 BEVERLY MATERIALS BELVIDERE, IL 50072-16 038FM21 0.0-9.1M, LEDGE 1 2.597 2.65 1.9 

92 BEVERLY MATERIALS BELVIDERE, IL 50072-16 038FM21 9.1-15.2M, LEDGE 2 2.631 2.68 2.0 

92 BLACKHEART SLAG, LLC MONTPELIER, IA 52203-11 039CM13 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

92 BLACKHEART SLAG, LLC MONTPELIER, IA 52203-11 039CM16 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

92 BLACKHEART SLAG, LLC MONTPELIER, IA 52203-11 039FM20 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    
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92 BLUFF CITY MATERIALS SOUTH BELOIT, IL 52010-20 021CM16 ABOVE & BELOW WATER, CRUSHED 2.623 2.68 2.1 

92 BLUFF CITY MATERIALS SOUTH BELOIT, IL 52010-20 029FM02 ABOVE & BELOW WATER, CRUSHED 2.614 2.64 1.0 

92 C. J. MATERIALS LYNDON, IL 51950-84 027FM01 ABOVE WATER 2.612 2.63 0.8 

92 CONMAT, INC. ELIZABETH, IL 50852-61 022CM1101 2.5-23.5M, YELLOW 2.572 2.64 2.7 

92 CONMAT, INC. ELIZABETH, IL 50852-61 022CM1601 2.5-23.5M, YELLOW 2.581 2.66 3.1 

92 CONMAT, INC. ELIZABETH, IL 50852-61 032CM13 21.3-33.5M, GREY 2.650 2.70 1.9 

92 CONMAT, INC. ELIZABETH, IL 50852-61 032CM14 21.3-33.5M, GREY 2.637 2.69 2.0 

92 CONMAT, INC. ELIZABETH, IL 50852-61 032CM16 21.3-33.5M GREY- HSI,HSI,CONE,-1" TO VSI 2.655 2.70 1.9 

92 CONMAT, INC. ELIZABETH, IL 50852-61 032CM16 21.3-33.5M, GREY 2.608 2.67 2.5 

92 CONMAT, INC. ELIZABETH, IL 50852-61 038FM20 21.3-33.5M, GREY 2.671 2.71 1.4 

92 CONMAT, INC. ELIZABETH, IL 50852-61 038FM20 21.3-33.5M GREY- HSI,HSI,CONE,-1" TO VSI 2.691 2.73 1.4 

92 CONMAT, INC. ELIZABETH, IL 50852-61 042CM11 21.3-33.5M, GREY 2.636 2.69 1.9 

92 CONMAT, INC. FORRESTON, IL 51410-02 021CM16 ABOVE WATER, CRUSHED GRAVEL 2.613 2.67 2.3 

92 CONMAT, INC. FORRESTON, IL 51410-02 027FM01 ABOVE WATER 2.599 2.64 1.6 

92 CONMAT, INC. FREEPORT, IL 51772-28 032CM13 30.5-44.2M LEDGE 2.628 2.69 2.2 

92 CONMAT, INC. FREEPORT, IL 51772-28 032CM14 30.5-44.2M LEDGE 2.632 2.69 2.2 

92 CONMAT, INC. FREEPORT, IL 51772-28 032CM16 30.5-44.2M LEDGE 2.591 2.66 2.8 

92 CONMAT, INC. FREEPORT, IL 51772-28 032CM16  2.616 2.68 2.5 

92 CONMAT, INC. FREEPORT, IL 51772-28 038FM20 30.5-44.2M LEDGE 2.599 2.67 2.6 

92 CONMAT, INC. FREEPORT, IL 51772-28 038FM20  2.627 2.69 2.3 

92 CONMAT, INC. FREEPORT, IL 51772-28 042CM11 30.5-44.2M LEDGE 2.615 2.68 2.3 

92 CONMAT, INC. Palmyra, IL 51032-73 022CM1101 4.6-19.8M LEDGE 2.611 2.67 2.2 

92 CONMAT, INC. Palmyra, IL 51032-73 022CM1301 4.6-19.8M LEDGE 2.590 2.66 2.8 
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92 CONMAT, INC. Palmyra, IL 51032-73 022CM1601 4.6-19.8M LEDGE 2.596 2.67 2.7 

92 CONMAT, INC. Palmyra, IL 51032-73 038FM20 4.6-19.8M LEDGE 2.635 2.69 2.1 

92 CONMAT, INC. STOCKTON, IL 50852-67 022CM1101 0-15.2M LEDGE 2.546 2.63 3.2 

92 CONMAT, INC. STOCKTON, IL 50852-67 022CM1601 0-15.2M LEDGE 2.520 2.62 4.0 

92 CONSOLIDATED MTLS IRENE, IL 50072-02 022CM1101 0.0-26.8M & 12.6-26.8M2 2.574 2.64 2.7 

92 CONSOLIDATED MTLS IRENE, IL 50072-02 022CM1601 0.0-26.8M & 12.6-26.8M2 2.555 2.64 3.4 

92 CONSOLIDATED MTLS IRENE, IL 50072-02 038FM21 12.6-26.8M 2.613 2.64 0.9 

92 CORDRAY BROS., INC. ROCKFORD, IL 52012-60 022CM1101 0.0-6.1M LEDGE 2.564 2.64 3.0 

92 CORDRAY BROS., INC. ROCKFORD, IL 52012-60 022CM1601 0.0-6.1M LEDGE 2.531 2.63 3.7 

92 DOC'S EXCAVATING LENA, IL 51772-04 022CM1101 +3.0-15.2M LEDGE 2.586 2.66 2.8 

92 FISCHER EXCAVATING FORRESTON, IL 51410-04 027FM01 ABOVE WATER 2.584 2.63 1.6 

92 FISCHER EXCAVATING STERLING, IL 51952-03 022CM1101 0.0-11.6M LEDGE 2.663 2.71 1.9 

92 FISCHER EXCAVATING STERLING, IL 51952-03 022CM1601 0.0-11.6M LEDGE 2.643 2.71 2.4 

92 FISCHER EXCAVATING STERLING, IL 51952-03 038FM20 0.0-11.6M LEDGE 2.668 2.72 2.0 

92 FNH READY MIX, INC. ADELINE, IL 51410-96 021CM11 ABOVE WATER, CRUSHED GRAVEL 2.637 2.69 1.9 

92 FNH READY MIX, INC. ADELINE, IL 51410-96 021CM16 ABOVE WATER, CRUSHED GRAVEL 2.604 2.67 2.6 

92 FNH READY MIX, INC. ADELINE, IL 51410-96 027FM01 ABOVE WATER 2.596 2.64 1.6 

92 FNH READY MIX, INC. ADELINE, IL 51410-96 039FM20 ABOVE WATER 2.629 2.68 2.1 

92 K.I.P. BELOIT, WI 52400-49 021CM14 ABOVE WATER, CRUSHED GRAVEL 2.684 2.72 1.5 

92 K.I.P. BELOIT, WI 52400-49 021CM16 ABOVE WATER, CRUSHED GRAVEL 2.660 2.71 1.9 

92 K.I.P. MONROE, WI 52402-15 022CM1601 13.7M - 25.3M 2.610 2.68 2.7 

92 KENNEDY, W.J. & SONS BELOIT, WI 52400-26 020CM11 ABOVE WATER, ROUNDED GRAVEL 2.652 2.69 1.5 

92 KENNEDY, W.J. & SONS BELOIT, WI 52400-26 027FM01 ABOVE WATER 2.619 2.65 1.2 
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92 KENNEDY, W.J. & SONS BELOIT, WI 52400-26 031CM14 ABOVE WATER, CRUSHED GRAVEL 2.686 2.72 1.4 

92 KENNEDY, W.J. & SONS BELOIT, WI 52400-26 031CM16 ABOVE WATER, CRUSHED GRAVEL 2.668 2.71 1.7 

92 KENNEDY, W.J. & SONS BELOIT, WI 52400-26 039FM20 ABOVE WATER 2.632 2.68 1.9 

92 KENNEDY, W.J. & SONS BELOIT, WI 52400-26 039FM21 ABOVE WATER 2.682 2.71 0.9 

92 KRAEMER COMPANY LLC PORTAGE, WI 52402-83 022CM11 LEDGE 1 & 2 - QUARTZITE 2.637 2.65 0.5 

92 KRAEMER COMPANY LLC PORTAGE, WI 52402-83 022CM13 LEDGE 1 & 2 - QUARTZITE 2.623 2.64 0.7 

92 LINWOOD MINING LINWOOD, IA 52202-08 022CM11 6.1M LOWER LEDGE-OTIS 2.669 2.69 0.8 

92 LINWOOD MINING LINWOOD, IA 52202-08 022CM13 6.1M LOWER LEDGE-OTIS 2.668 2.69 0.8 

92 LINWOOD MINING LINWOOD, IA 52202-08 022CM16 6.1M LOWER LEDGE-OTIS 2.657 2.68 0.9 

92 LINWOOD MINING LINWOOD, IA 52202-08 038FM20 6.1M LOWER LEDGE-OTIS 2.605 2.63 1.0 

92 LOUIE'S AGGREGATE CO GILFORD, IL 50852-90 022CM1101 0-13.7M LEDGE 2.634 2.69 2.2 

92 LOUIE'S AGGREGATE CO NORA, IL 50852-17 022CM1101 0-10.7M LEDGE 2.696 2.74 1.7 

92 LOUIE'S AGGREGATE CO NORA, IL 50852-17 022CM1601 0-10.7M LEDGE 2.670 2.73 2.2 

92 MACKLIN INCORPORATED ROCHELLE, IL 51412-68 022CM1101 0.0-39.0M LEDGE 2.623 2.68 2.1 

92 MACKLIN INCORPORATED ROCHELLE, IL 51412-68 022CM1601 0.0-39.0M LEDGE 2.594 2.67 2.9 

92 MACKLIN INCORPORATED ROCHELLE, IL 51412-68 038FM20 0.0-39.0M LEDGE 2.609 2.67 2.5 

92 MARTIN MATERIALS OREGON, IL 51412-34 022CM1101 +4.6M-18.3M LEDGE 2.668 2.71 1.5 

92 MARTIN MATERIALS OREGON, IL 51412-34 022CM1601 +4.6M-18.3M LEDGE 2.655 2.71 1.9 

92 MARTIN MATERIALS OREGON, IL 51412-34 038FM20 +4.6M-18.3M LEDGE 2.683 2.72 1.2 

92 MARTIN MATERIALS OREGON, IL 51412-47 022CM1601 +1.0-16.8M LEDGE 2.632 2.69 2.4 

92 MARTIN MATERIALS OREGON, IL 51412-47 038FM20 +1.0-16.8M LEDGE 2.608 2.67 2.4 

92 MARTIN MATERIALS OREGON, IL 51412-47 042CM11 +1.0-16.8M LEDGE 2.637 2.70 2.2 

92 MAT X STERLING, IL 51953-01 039CM13 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    
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92 MAT X STERLING, IL 51953-01 039FM20 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE  

92 NORTHERN IL SERVICE PECATONICA, IL 52012-01 022CM1601 7.6-15.2M, LEDGE 2, no samples since 2009, take off? 2.549 2.64 3.5 

92 NORTHERN IL SERVICE ROSCOE, IL 52012-73 022CM1101 9.1-17.4M LEDGE, no samples since 2009, take off? 2.616 2.68 2.4 

92 NORTHERN IL SERVICE ROSCOE, IL 52012-73 032CM16 9.1-17.4M LEDGE 2.591 2.67 3.0 

92 QUALITY AGGREGATES IRENE, IL 50072-04 022CM0701 0-29.0M LEDGE 2.606 2.67 2.4 

92 QUALITY AGGREGATES IRENE, IL 50072-04 022CM1601 0-29.0M LEDGE 2.593 2.67 2.8 

92 RENNER QUARRIES,LTD. AMBOY, IL 51032-04 032CM16 19.8-27.4M LEDGE 2.638 2.70 2.2 

92 RENNER QUARRIES,LTD. AMBOY, IL 51032-04 042CM11 19.8-27.4M LEDGE 2.599 2.66 2.3 

92 RENNER QUARRIES,LTD. ELDENA, IL 51032-76 032CM16 12.2-23.2M LEDGE 2.552 2.64 3.4 

92 RENNER QUARRIES,LTD. ELDENA, IL 51032-76 042CM11 12.2-23.2M LEDGE 2.564 2.64 2.9 

92 RIVER PRODUCTS CO. CORALVILLE, IA 52202-15 022CM07 9.0-11.1M, BEDS 23 & 24 2.580 2.63 1.8 

92 RIVER PRODUCTS CO. CORALVILLE, IA 52202-15 022CM11 9.0-11.1M, BEDS 23 & 24 2.570 2.62 2.0 

92 RIVER PRODUCTS CO. CORALVILLE, IA 52202-15 022CM16 9.0-11.1M, BEDS 23 & 24 2.508 2.59 3.2 

92 RIVER PRODUCTS CO. RIVERSIDE, IA 52200-48 027FM01 BELOW WATER 2.608 2.63 0.6 

92 RIVERSTONE GROUP INC CORDOVA, IL 51610-37 027FM01 ABOVE & BELOW WATER 2.635 2.65 0.6 

92 RIVERSTONE GROUP INC CORDOVA, IL 51610-37 027FM02 ABOVE & BELOW WATER 2.626 2.64 0.5 

92 RIVERSTONE GROUP,INC ALBANY, IL 51610-24 027FM01 BELOW WATER 2.634 2.65 0.7 

92 RIVERSTONE GROUP,INC CLEVELAND, IL 50732-12 022CM1101 0.0-77.7M, LEDGES 2-8 2.694 2.72 1.0 

92 RIVERSTONE GROUP,INC CLEVELAND, IL 50732-12 022CM1301 0.0-77.7M, LEDGES 2-8 2.696 2.73 1.3 

92 RIVERSTONE GROUP,INC CLEVELAND, IL 50732-12 022CM1601 0.0-77.7M, LEDGES 2-8 2.686 2.73 1.5 

92 RIVERSTONE GROUP,INC CLEVELAND, IL 50732-12 028FM20 0.0-77.7M, LEDGES 2-8 2.735 2.75 0.5 

92 RIVERSTONE GROUP,INC CLEVELAND, IL 50732-12 038FM21 0.0-77.7M, LEDGES 2-8 2.750 2.76 0.4 

92 RIVERSTONE GROUP,INC MILAN, IL 51612-31 022CM1101 LEDGES 5-8 2.683 2.71 1.1 



Illinois Department of Transportation 
Bureau of Materials  

Specific Gravity (Gsb) List 
January 6, 2017 

This list supercedes the December 23, 2016 list.  Note:  Changes are not high-lighted on this list. 
Standard Specifications for Road and Bridge Construction, Articles 1020 and 1030 (Adopted January 1, 2012) 

Page 16 of 36 

HMA 
Use 

Bulk 

PCC 
Use 

SSD Dist Producer Name Location P/S No. Material Remarks Absorp. 

 

 

92 RIVERSTONE GROUP,INC MILAN, IL 51612-31 022CM1301 LEDGES 5-8 2.687 2.72 1.3 

92 RIVERSTONE GROUP,INC MILAN, IL 51612-31 022CM1601 LEDGES 5-8 2.686 2.72 1.3 

92 RIVERSTONE GROUP,INC MILAN, IL 51612-31 028FM20 LEDGES 5-8 2.732 2.75 0.7 

92 RIVERSTONE GROUP,INC OSBORN, IL 51612-23 022CM1101 LEDGES 1-5 2.662 2.70 1.3 

92 RIVERSTONE GROUP,INC OSBORN, IL 51612-23 022CM1601 LEDGES 1-5 2.678 2.72 1.5 

92 RIVERSTONE GROUP,INC OSBORN, IL 51612-23 028FM20 LEDGES 1-5 2.740 2.75 0.5 

92 ROCK RIVER READY MIX ROCK FALLS, IL 51950-82 027FM01 ABOVE & BELOW WATER 2.615 2.64 1.0 

92 ROCK ROADS LATHERS BELOIT, WI 52400-29 021CM1301 ABOVE WATER, CRUSHED GRAVEL 2.697 2.74 1.5 

92 ROCK ROADS LATHERS BELOIT, WI 52400-29 021CM1401 ABOVE WATER, CRUSHED GRAVEL 2.702 2.74 1.3 

92 ROCK ROADS LATHERS BELOIT, WI 52400-29 021CM1601 ABOVE WATER, CRUSHED GRAVEL 2.677 2.72 1.8 

92 ROCK ROADS LATHERS BELOIT, WI 52400-29 027FM01 ABOVE WATER 2.617 2.65 1.2 

92 ROCK ROADS LATHERS BELOIT, WI 52400-29 039FM20  2.664 2.71 1.7 

92 ROCK ROADS LATHERS BELOIT, WI 52400-29 039FM21 ABOVE WATER 2.721 2.73 0.4 

92 ROGERS R-M & MATLS ROSCOE, IL 52010-92 027FM01 ABOVE WATER 2.611 2.64 1.2 

92 ROGERS R-M & MATLS. BYRON, IL 51410-22 027FM01 ABOVE WATER 2.616 2.65 1.3 

92 ROGERS R-M & MATLS. BYRON, IL 51410-22 031CM16 ABOVE WATER 2.630 2.68 2.1 

92 ROGERS R-M & MATLS. BYRON, IL 51412-32 022CM1101 15.2-26.0M LEDGE 2.631 2.69 2.4 

92 ROGERS R-M & MATLS. BYRON, IL 51412-32 022CM1601 15.2-26.0M LEDGE 2.621 2.69 2.7 

92 ROGERS R-M & MATLS. BYRON, IL 51412-32 038FM20 15.2-26.0M LEDGE 2.589 2.66 2.8 

92 ROGERS R-M & MATLS. CHERRY VALLEY, IL 52012-31 022CM1101 12.2-26.5M LEDGE 2.547 2.63 3.1 

92 ROSCOE ROCK & SAND ROCKTON, IL 52012-23 022CM1101 0-12.8M & 12.8-20.4M LEDGES 2.627 2.69 2.3 

92 ROSCOE ROCK & SAND ROSCOE, IL 52010-90 027FM01 ABOVE WATER 2.618 2.65 1.1 

92 SAVANNA QUARRY, INC. WACKER, IL 50152-92 022CM1101 0.0-31.1M LEDGE 2.641 2.70 2.0 
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92 SAVANNA QUARRY, INC. WACKER, IL 50152-92 022CM1601 0.0-31.1M LEDGE 2.643 2.70 2.3 

92 SAVANNA QUARRY, INC. WACKER, IL 50152-92 038FM20 0.0-31.1M LEDGE 2.639 2.69 1.9 

92 SPRUCE LAKE S & G BELVIDERE, IL 50070-13 020CM1101 ROUNDED GRAVEL 2.611 2.66 1.9 

92 SPRUCE LAKE S & G BELVIDERE, IL 50070-13 027FM02 ABOVE WATER 2.630 2.66 1.0 

92 THREE S CONST. SVC ROCKTON, IL 52012-02 022CM1101 11.8-28.3M, LEDGES 2 & 3 2.617 2.68 2.5 

92 THREE S CONST. SVC ROCKTON, IL 52012-02 022CM1101 17.9-28.0M LEDGE 3 2.636 2.69 2.2 

92 THREE S CONST. SVC ROCKTON, IL 52012-02 022CM1601 17.9-28.0M LEDGE 3 2.607 2.68 2.8 

92 WAGNER AGGREGATES MONROE CENTER, IL 51412-92 022CM0701 0-22.3M, VARIOUS LEDGES 2.576 2.65 2.7 

92 WAGNER AGGREGATES MONROE CENTER, IL 51412-92 022CM1601 0-22.3M, VARIOUS LEDGES 2.563 2.65 3.2 

92 WENDLING QUARRIES CAMANCHE, IA 52200-40 027FM01 BELOW WATER 2.636 2.65 0.7 

92 WENDLING QUARRIES MT. CARROLL, IL 50152-74 022CM1101 3.0-18.0M & 18.0-31.7M LEDGES 2.653 2.70 1.8 

92 WENDLING QUARRIES MT. CARROLL, IL 50152-74 022CM1601 3.0-18.0M & 18.0-31.7M LEDGES 2.650 2.71 2.1 

92 WENDLING QUARRIES SABULA, IA 52200-33 027FM01 ABOVE & BELOW WATER 2.634 2.65 0.6 

92 WILLIAM CHARLES CONS BELVIDERE, IL 50072-01 022CM1101 1.8-26.5M (6-87') 2.641 2.69 2.0 

92 WILLIAM CHARLES CONS BELVIDERE, IL 50072-01 022CM14 1.8-26.5M (6-87') 2.626 2.68 2.1 

92 WILLIAM CHARLES CONS BELVIDERE, IL 50072-01 022CM1601 1.8-26.5M (6-87') 2.635 2.70 2.3 

92 WILLIAM CHARLES CONS BELVIDERE, IL 50072-01 028FM22 1.8-26.5M (6-87') 2.618 2.69 2.7 

92 WILLIAM CHARLES CONS BELVIDERE, IL 50072-01 038FM20 1.8-26.5M (6-87') 2.653 2.70 1.9 

92 WILLIAM CHARLES CONS DURAND, IL 52012-86 022CM1101 0.0-16.8M LEDGE 2.628 2.69 2.3 

92 WILLIAM CHARLES CONS DURAND, IL 52012-86 032CM16 0.0-16.8M LEDGE 2.582 2.66 3.0 

92 WILLIAM CHARLES CONS ROCKFORD, IL 52010-07 021CM13 BELOW WATER-CRUSHED GRAVEL 2.667 2.71 1.6 

92 WILLIAM CHARLES CONS ROCKFORD, IL 52010-07 027FM01 BELOW WATER 2.623 2.66 1.3 

92 WILLIAM CHARLES CONS ROCKFORD, IL 52010-07 031CM16 BELOW WATER, CRUSHED GRAVEL 2.656 2.71 1.9 
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92 WILLIAM CHARLES CONS ROCKFORD, IL 52010-07 039FM20 BELOW WATER 2.635 2.69 1.9 

92 WILLIAM CHARLES CONS ROCKFORD, IL 52010-07 039FM21 BELOW WATER 2.631 2.64 0.4 

92 WILLIAM CHARLES CONS ROCKFORD, IL 52010-07 039FM22 BELOW WATER 2.647 2.70 1.9 

92 WILLIAM CHARLES CONS ROCKFORD, IL 52012-77 022CM0701 6.1-26.8M & 26.8-36.0M LEDGES 2.562 2.64 2.9 

92 WILLIAM CHARLES CONS ROSCOE, IL 52010-14 027FM01 BELOW WATER 2.611 2.64 1.0 

92 WILLIAM CHARLES CONS ROSCOE, IL 52012-91 022CM1101 8.3-21.3M, LEDGE 2 2.608 2.67 2.4 

92 WILLIAM CHARLES CONS ROSCOE, IL 52012-91 032CM16 8.3-21.3M, LEDGE 2 2.587 2.66 3.0 

93 CENTRAL LIMESTONE CO LISBON, IL 50932-01 022CM07/11 24.4-39.6M LEDGE 2.667 2.71 1.5 

93 CENTRAL LIMESTONE CO LISBON, IL 50932-01 022CM1301 24.4-39.6M LEDGE 2.660 2.71 1.7 

93 CENTRAL LIMESTONE CO LISBON, IL 50932-01 022CM1601 24.4-39.6M LEDGE 2.649 2.70 1.9 

93 CENTRAL LIMESTONE CO LISBON, IL 50932-01 038FM21 0M - 39.6M 2.688 2.70 0.6 

93 CENTRAL LIMESTONE CO LISBON, IL 50932-01 038FM22 24.4-39.6M LEDGE 2.638 2.70 2.4 

93 D CONSTRUCTION VARIOUS, IL 51975-08 039CM16 CRUSHED CONCRETE 2.380 2.49 4.5 

93 HERITAGE AGGREGATES LOWELL, IN 52102-34 022CM1101 LEVEL 3 2.690 2.72 1.2 

93 HERITAGE AGGREGATES LOWELL, IN 52102-34 022CM1301 LEVEL 3 2.663 2.71 1.7 

93 HERITAGE AGGREGATES LOWELL, IN 52102-34 028FM21 LEVEL 3 2.634 2.65 0.6 

93 KELLYCO, INC. NORWAY, IL 50990-54 037FM02 ABOVE & BELOW WATER 2.589 2.63 1.4 

93 LAFARGE N. AMERICA LISBON, IL 50932-03 022CM1101 0.0-22.9M LEDGE 2.663 2.71 1.7 

93 LAFARGE N. AMERICA LISBON, IL 50932-03 022CM1601 0.0-22.9M LEDGE 2.644 2.70 2.2 

93 LAFARGE N. AMERICA LISBON, IL 50932-03 028FM20 0.0-22.9M LEDGE 2.677 2.72 1.4 

93 LAFARGE NA AUX SABLE MORRIS, IL 50630-10 027FM02 ABOVE & BELOW WATER 2.610 2.64 1.1 

93 LAFARGE NA AUX SABLE MORRIS, IL 50632-01 028FM20 0.0-22.9M LEDGE 2.556 2.61 2.0 

93 LAFARGE NA SHERIDAN SHERIDAN, IL 50990-45 020CM1601 ABOVE & BELOW WATER 2.612 2.67 2.1 
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93 LAFARGE NA SHERIDAN SHERIDAN, IL 50990-45 027FM02 ABOVE WATER 2.613 2.65 1.3 

93 MORRIS SAND & GRAVEL MORRIS, IL 50630-09 027FM02 BELOW WATER 2.605 2.63 1.1 

93 PRAIRIE MATERIAL ASHKUM, IL 50752-01 042CM11 0.0-15.8M, LEDGE A 2.617 2.66 1.6 

93 PRAIRIE MATERIAL ASHKUM, IL 50752-01 042CM16 0.0-15.8M, LEDGE A 2.594 2.65 2.0 

93 PRAIRIE MATERIAL MANTENO, IL 50912-06 022CM1101 39.3-57.6M-LEDGE C 2.636 2.69 1.9 

93 PRAIRIE MATERIAL MANTENO, IL 50912-06 022CM1101 21.0-39.3M, LEDGE NEW B 2.617 2.66 1.7 

93 PRAIRIE MATERIAL MANTENO, IL 50912-06 022CM1601 39.3-57.6M-LEDGE C 2.620 2.69 2.6 

93 PRAIRIE MATERIAL MANTENO, IL 50912-06 028FM20 21.0-39.3M, LEDGE NEW B 2.656 2.70 1.7 

93 PRAIRIE MATERIAL MANTENO, IL 50912-06 028FM20 39.3-57.6M-LEDGE C 2.634 2.69 2.3 

93 PRAIRIE MATERIAL MANTENO, IL 50912-06 032CM16 21.0-39.3M, LEDGE NEW B 2.624 2.68 2.2 

93 PRAIRIE MATERIAL MANTENO, IL 50912-06 038FM22 39.3-57.6M, LEDGE C 2.645 2.70 2.2 

93 PRAIRIE MATERIAL MANTENO, IL 50912-06 038FM22 21.0-39.3M, LEDGE NEW B 2.635 2.69 2.2 

93 PRAIRIE MATERIAL OCOYA, IL 51052-09 022CM1101 6.7M LEDGE 2.632 2.67 1.2 

93 PRAIRIE MATERIAL OCOYA, IL 51052-09 022CM1401 6.7M LEDGE 2.628 2.66 1.4 

93 PRAIRIE MATERIAL OCOYA, IL 51052-09 022CM1601 6.7M LEDGE 2.616 2.66 1.6 

93 PRAIRIE MATERIAL OCOYA, IL 51052-09 028FM20 6.7M LEDGE 2.579 2.63 2.0 

93 PRAIRIE MATERIAL PAXTON, IL 50530-02 027FM01 BELOW WATER 2.561 2.61 1.7 

93 RIVERSTONE GROUP,INC TONICA, IL 50992-04 022CM11 6.7 - 18.3M - LEDGE 3 2.673 2.70 1.2 

93 RIVERSTONE GROUP,INC TONICA, IL 50992-04 032CM16 6.7 - 18.3M - LEDGE 3 2.648 2.69 1.6 

93 RIVERSTONE GROUP,INC TONICA, IL 50992-04 038FM20 6.7 - 18.3M - LEDGE 3 2.620 2.65 1.0 

93 RIVERSTONE GROUP,INC TONICA, IL 50992-04 042CM11 LEDGE 7, 64.0-73.8M 2.611 2.67 2.1 

93 RIVERSTONE GROUP,INC TONICA, IL 50992-04 042CM16 18.3-33.5M, LEDGE 4 2.569 2.64 2.6 

93 RIVERSTONE GROUP,INC TROY GROVE, IL 50992-01 022CM11 18.3-24.4M, LEDGE 2 2.657 2.71 1.9 
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93 RIVERSTONE GROUP,INC TROY GROVE, IL 50992-01 022CM1101 0.0-18.3M, LEDGE 1 2.675 2.72 1.6 

93 RIVERSTONE GROUP,INC TROY GROVE, IL 50992-01 022CM1301 0.0-18.3M, LEDGE 1 2.648 2.71 2.2 

93 RIVERSTONE GROUP,INC TROY GROVE, IL 50992-01 022CM16 18.3-24.4M, LEDGE 2 2.640 2.70 2.2 

93 RIVERSTONE GROUP,INC TROY GROVE, IL 50992-01 022CM1601 0.0-18.3M, LEDGE 1 2.647 2.70 2.2 

93 RIVERSTONE GROUP,INC TROY GROVE, IL 50992-01 028FM20 LEDGES 1 & 2 2.670 2.71 1.6 

93 RIVERSTONE GROUP,INC TROY GROVE, IL 50992-01 038FM22 0.0-18.3M, LEDGE 1 2.623 2.69 2.6 

93 SENECA S & G SENECA, IL 50990-47 027FM01/02 ABOVE & BELOW WATER 2.618 2.64 1.0 

93 THE MENNIE GROUP LLC BUREAU JUNCTION, IL 50110-05 027FM01/02 ABOVE WATER 2.604 2.63 1.1 

93 THE MENNIE GROUP LLC BUREAU JUNCTION, IL 50110-05 037FM01 ABOVE & BELOW WATER - DRY SCREEN 2.581 2.61 1.2 

93 TRICON WALNUT, IL 50110-29 027FM02 ABOVE & BELOW WATER 2.584 2.63 1.9 

93 TRICON WALNUT, IL 50110-29 031CM16 CRUSHED GRAVEL 2.660 2.71 1.9 

93 TRICON WALNUT, IL 50110-29 039FM20 ABOVE & BELOW WATER 2.589 2.66 2.8 

93 VALLEY VIEW INDUST. MCDOWELL, IL 51052-19 022CM1101 4.0M LEDGE 2.600 2.64 1.5 

93 VALLEY VIEW INDUST. MCDOWELL, IL 51052-19 022CM1601 4.0M LEDGE 2.592 2.64 1.8 

93 VALLEY VIEW INDUST. MCDOWELL, IL 51052-19 038FM22 4.0M LEDGE 2.582 2.64 2.2 

93 VULCAN MATERIALS CORTLAND, IL 50370-02 020CM16 ABOVE WATER - ROUNDED 2.592 2.65 2.4 

93 VULCAN MATERIALS CORTLAND, IL 50370-02 027FM01 ABOVE WATER 2.622 2.66 1.4 

93 VULCAN MATERIALS DEKALB, IL 50372-02 022CM11 LEDGE 8, 121.6-132.0M 2.611 2.67 2.4 

93 VULCAN MATERIALS DEKALB, IL 50372-02 022CM1101 55.2-90.0M, LEDGE 5 & 6A 2.584 2.65 2.6 

93 VULCAN MATERIALS DEKALB, IL 50372-02 022CM1601 55.2-90.0M, LEDGE 5 & 6A 2.569 2.65 3.1 

93 VULCAN MATERIALS DEKALB, IL 50372-02 032CM16 LEDGE 8, 121.6-132.0M 2.578 2.66 3.1 

93 VULCAN MATERIALS KANKAKEE, IL 50912-02 022CM07/11 0.0-39.0M, LEDGE 1 2.609 2.67 2.3 

93 VULCAN MATERIALS KANKAKEE, IL 50912-02 022CM1601 0.0-39.0M, LEDGE 1 2.601 2.67 2.7 
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93 VULCAN MATERIALS KANKAKEE, IL 50912-02 028FM20 0.0-39.0M, LEDGE 1 2.602 2.67 2.7 

93 VULCAN MATERIALS LISBON, IL 50932-02 022CM11 0.0-42.6M (OLD 0.0-45.7M) 2.664 2.71 1.6 

93 VULCAN MATERIALS LISBON, IL 50932-02 022CM16 0.0-42.6M (OLD 0.0-45.7M) 2.633 2.69 2.3 

93 VULCAN MATERIALS LISBON, IL 50932-02 038FM20 0.0-42.6M (OLD 0.0-45.7M) 2.626 2.69 2.3 

93 VULCAN MATERIALS MANTENO, IL 50912-04 022CM0701 22.9-60.0M, LEDGES D-E & E-2 2.660 2.70 1.4 

93 VULCAN MATERIALS MANTENO, IL 50912-04 022CM0701 LEDGE F 2.651 2.70 1.9 

93 VULCAN MATERIALS MANTENO, IL 50912-04 022CM1101 LEDGE F 2.670 2.71 1.6 

93 VULCAN MATERIALS MANTENO, IL 50912-04 022CM1101 22.9-60.0M, LEDGES D-E & E-2 2.621 2.67 1.7 

93 VULCAN MATERIALS MANTENO, IL 50912-04 022CM1601 LEDGE F 2.641 2.70 2.2 

93 VULCAN MATERIALS MANTENO, IL 50912-04 022CM1601 22.9-60.0M, LEDGES D-E & E-2 2.653 2.70 1.8 

93 VULCAN MATERIALS MANTENO, IL 50912-04 028FM20 LEDGE F 2.634 2.69 2.1 

93 VULCAN MATERIALS MANTENO, IL 50912-04 028FM20 22.9-60.0M, LEDGES D-E & E-2 2.692 2.73 1.3 

93 VULCAN MATERIALS MANTENO, IL 50912-04 038FM22 LEDGE F 2.655 2.71 2.1 

93 VULCAN MATERIALS SYCAMORE, IL 50372-01 022CM11 60.6 - 84.7M - LEDGE 3 2.654 2.70 1.8 

93 VULCAN MATERIALS SYCAMORE, IL 50372-01 022CM1101 0.0-41.1M, LEDGE 1 2.633 2.69 2.0 

93 VULCAN MATERIALS SYCAMORE, IL 50372-01 022CM16 60.6 - 84.7M - LEDGE 3 2.616 2.68 2.5 

93 VULCAN MATERIALS SYCAMORE, IL 50372-01 022CM1601 0.0-41.1M, LEDGE 1 2.618 2.68 2.4 

93 VULCAN MATERIALS SYCAMORE, IL 50372-01 028FM20 60.6 - 84.7M - LEDGE 3 2.657 2.71 1.9 

93 VULCAN MATERIALS SYCAMORE, IL 50372-01 028FM20 0.0-41.1M, LEDGE 1 2.664 2.71 1.7 

93 VULCAN MATERIALS SYCAMORE, IL 50372-01 038FM22 60.6 - 84.7M - LEDGE 3 2.635 2.69 2.2 

93 VULCAN MATERIALS SYCAMORE, IL 50372-01 038FM22 0.0-41.1M, LEDGE 1 2.617 2.68 2.4 

93 WESTERN AGGREGATES TROY GROVE, IL 50990-52 027FM02 BELOW WATER 2.605 2.65 1.7 

94 CULLINAN, R.A.& SONS PEKIN, IL 51790-24 027FM01 ABOVE WATER 2.593 2.63 1.4 
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94 CULLINAN, R.A.& SONS PEKIN, IL 51790-24 039FM20 ABOVE WATER 2.548 2.60 2.2 

94 GALENA ROAD GRAVEL CHILLICOTHE, IL 51430-19 020CM11 ABOVE WATER, ROUNDED GRAVEL 2.565 2.63 2.4 

94 GALENA ROAD GRAVEL CHILLICOTHE, IL 51430-19 027FM01 ABOVE WATER, WASH PLANT 2.569 2.62 1.8 

94 GALENA ROAD GRAVEL CHILLICOTHE, IL 51430-19 027FM01 BELOW WATER, DREDGE PLANT 2.606 2.63 1.1 

94 LOWERY EXCAVATING MACKINAW, IL 51790-40 027FM01 ABOVE WATER 2.548 2.60 2.2 

94 MAT-X BARTONVILLE PEORIA, IL 51433-02 039CM11 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

94 MAT-X BARTONVILLE PEORIA, IL 51433-02 039CM13 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

94 MAT-X BARTONVILLE PEORIA, IL 51433-02 039CM16 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

94 MAT-X BARTONVILLE PEORIA, IL 51433-02 039FM20 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

94 MIDWEST MATERIALS LACON, IL 51230-09 027FM02 ABOVE WATER 2.593 2.63 1.6 

94 MIDWEST MATERIALS LACON, IL 51230-09 039FM22 ABOVE WATER 2.557 2.63 2.8 

94 OTTER CREEK S. & G. ENION, IL 50570-04 027FM01 ABOVE & BELOW WATER 2.611 2.64 0.9 

94 OZINGA MATERIALS HENRY, IL 51230-27 021CM11 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.654 2.70 1.6 

94 OZINGA MATERIALS HENRY, IL 51230-27 021CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.603 2.67 2.5 

94 OZINGA MATERIALS HENRY, IL 51230-27 027FM01 ABOVE & BELOW WATER 2.575 2.63 2.0 

94 OZINGA MATERIALS HENRY, IL 51230-27 039FM20 ABOVE & BELOW WATER 2.588 2.65 2.4 

94 PEKIN SAND & GRAVEL PEKIN, IL 51790-39 020CM16 BELOW WATER 2.536 2.60 2.7 

94 PEKIN SAND & GRAVEL PEKIN, IL 51790-39 021CM16 BELOW WATER, CRUSHED GRAVEL 2.571 2.63 2.5 

94 PEKIN SAND & GRAVEL PEKIN, IL 51790-39 027FM01 BELOW WATER 2.600 2.63 1.2 

94 PEKIN SAND & GRAVEL PEKIN, IL 51790-39 029FM04 BELOW WATER 2.554 2.62 2.6 

94 PEKIN SAND & GRAVEL PEKIN, IL 51790-39 039FM20 BELOW WATER 2.546 2.61 2.5 

94 PEORIA CONC. CONST. SPRING BAY, IL 52030-29 020CM11 BELOW WATER, ROUNDED GRAVEL 2.581 2.64 2.2 

94 PEORIA CONC. CONST. SPRING BAY, IL 52030-29 020CM16 BELOW WATER, ROUNDED GRAVEL 2.557 2.62 2.6 
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94 PEORIA CONC. CONST. SPRING BAY, IL 52030-29 021CM14 BELOW WATER, CRUSHED GRAVEL 2.642 2.69 1.7 

94 PEORIA CONC. CONST. SPRING BAY, IL 52030-29 021CM16 BELOW WATER, CRUSHED GRAVEL 2.597 2.66 2.4 

94 PEORIA CONC. CONST. SPRING BAY, IL 52030-29 027FM01 BELOW WATER 2.592 2.63 1.5 

94 PEORIA CONC. CONST. SPRING BAY, IL 52030-29 039FM20 BELOW WATER 2.605 2.66 2.0 

94 SPRING BAY MATLS LLC SPRING BAY, IL 52030-23 020CM11 BELOW WATER, ROUNDED GRAVEL 2.586 2.64 2.1 

94 SPRING BAY MATLS LLC SPRING BAY, IL 52030-23 020CM16 BELOW WATER, ROUNDED GRAVEL 2.562 2.63 2.5 

94 SPRING BAY MATLS LLC SPRING BAY, IL 52030-23 027FM01 BELOW WATER, ROUNDED GRAVEL 2.602 2.63 1.3 

94 SPRING SAND & GRAVEL BURLINGTON, IA 52200-01 027FM01 BELOW WATER 2.616 2.63 0.7 

94 TRICON HENNEPIN, IL 51550-07 027FM01 ABOVE WATER 2.586 2.63 1.8 

94 TRICON HENNEPIN, IL 51550-07 027FM02 ABOVE WATER 2.581 2.63 1.8 

94 TRICON HENNEPIN, IL 51550-07 031CM13 ABOVE WATER, CRUSHED GRAVEL 2.640 2.69 1.8 

94 TRICON HENNEPIN, IL 51550-07 031CM14 ABOVE WATER, CRUSHED GRAVEL 2.619 2.67 1.9 

94 TRICON HENNEPIN, IL 51550-07 031CM16 ABOVE WATER, CRUSHED GRAVEL 2.618 2.67 2.1 

94 TRICON HENNEPIN, IL 51550-07 039FM20 ABOVE WATER 2.567 2.63 2.6 

94 TRICON HENNEPIN, IL 51550-07 039FM22 ABOVE WATER 2.577 2.65 2.7 

94 TRICON HENNEPIN, IL 51550-07 041CM06 ABOVE WATER, CRUSHED GRAVEL 2.598 2.66 2.3 

94 TRICON HENNEPIN, IL 51550-07 041CM11 ABOVE WATER, CRUSHED GRAVEL 2.619 2.67 1.8 

94 VALLEY SAND & GRAVEL WASHBURN, IL 51230-25 020CM11 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.584 2.64 2.3 

94 VALLEY SAND & GRAVEL WASHBURN, IL 51230-25 027FM01 ABOVE & BELOW WATER 2.528 2.59 2.5 

95 CARRI SCHARF MATL CO HEYWORTH, IL 51130-06 020CM11 BELOW WATER, ROUNDED GRAVEL 2.611 2.66 1.9 

95 CARRI SCHARF MATL CO HEYWORTH, IL 51130-06 020CM16 BELOW WATER, ROUNDED GRAVEL 2.513 2.59 3.1 

95 CARRI SCHARF MATL CO HEYWORTH, IL 51130-06 027FM01 BELOW WATER 2.560 2.61 2.0 

95 CARRI SCHARF MATL CO HEYWORTH, IL 51130-06 031CM16 BELOW WATER, CRUSHED GRAVEL 2.560 2.63 2.7 
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95 CARRI SCHARF MATL CO HEYWORTH, IL 51130-06 039FM20 BELOW WATER 2.548 2.62 2.7 

95 CARRI SCHARF MATL CO HEYWORTH, IL 51130-06 040CM14 BELOW WATER, ROUNDED GRAVEL 2.537 2.61 2.8 

95 INTERSTATE SAND & GR WEST LEBANON, IN 52100-32 021CM1601 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.651 2.69 1.6 

95 INTERSTATE SAND & GR WEST LEBANON, IN 52100-32 027FM01 ABOVE & BELOW WATER 2.590 2.63 1.6 

95 INTERSTATE SAND & GR WEST LEBANON, IN 52100-32 039FM20 CRUSHED PEA GRAVEL 2.573 2.62 2.0 

95 INTERSTATE SAND & GR WEST LEBANON, IN 52100-32 039FM20 ABOVE & BELOW WATER 2.589 2.64 2.2 

95 INTERSTATE SAND & GR WEST LEBANON, IN 52100-32 039FM22 CRUSHED PEA GRAVEL 2.617 2.67 1.9 

95 INTERSTATE SAND & GR WEST LEBANON, IN 52100-32 040CM16 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.584 2.64 2.1 

95 LINCOLN PARK STONE PUTNAMVILLE, IN 52102-30 022CM1101 18.9M, BENCH 1 & 2 2.646 2.67 1.0 

95 LINCOLN PARK STONE PUTNAMVILLE, IN 52102-30 022CM16 18.9M, BENCH 1 & 2 2.642 2.67 1.0 

95 MARTIN MARIETTA AGG CLOVERDALE, IN 52102-33 022CM1101 20.7M LEDGE 2.660 2.68 0.8 

95 MARTIN MARIETTA AGG CLOVERDALE, IN 52102-33 022CM1601 20.7M LEDGE 2.643 2.67 1.1 

95 MATERIAL SERVICE FAIRMOUNT, IL 51832-01 022CM1101 3.7M LEDGE 2.616 2.65 1.4 

95 MATERIAL SERVICE FAIRMOUNT, IL 51832-01 022CM1401 3.7M LEDGE 2.623 2.66 1.3 

95 MATERIAL SERVICE FAIRMOUNT, IL 51832-01 022CM1501 3.7M LEDGE 2.615 2.65 1.5 

95 MATERIAL SERVICE FAIRMOUNT, IL 51832-01 022CM1601 3.7M LEDGE 2.608 2.65 1.6 

95 MATERIAL SERVICE FAIRMOUNT, IL 51832-01 042CM10 3.7M LEDGE 2.583 2.63 1.9 

95 MID-AMERICA AGG. MAHOMET, IL 50190-04 027FM01 BELOW WATER 2.573 2.61 1.4 

95 PRO-AGR CAYUGA, IN 52100-87 027FM01  2.598 2.64 1.6 

95 PRO-AGR CAYUGA, IN 52100-87 040CM11 ROUNDED GRAVEL 2.612 2.66 1.7 

95 PRO-AGR CAYUGA, IN 52100-87 040CM16 ROUNDED GRAVEL 2.602 2.65 1.9 

95 ROBERTSON GRAVEL PIT CLINTON, IN 52100-47 027FM01 ABOVE & BELOW WATER 2.580 2.62 1.7 

95 ROSKOVENSKY AGG, LLC CLINTON, IN 52100-14 020CM16 ABOVE & BELOW WATER, ROUNDED GRAVEL 2.595 2.65 1.9 
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95 ROSKOVENSKY AGG, LLC CLINTON, IN 52100-14 027FM01 ABOVE & BELOW WATER 2.589 2.63 1.5 

95 ROWE CONSTRUCTION C HEYWORTH, IL 51130-80 020CM16 BELOW WATER, ROUNDED GRAVEL 2.504 2.59 3.3 

95 ROWE CONSTRUCTION C HEYWORTH, IL 51130-80 027FM01 BELOW WATER, CONCRETE SAND 2.542 2.60 2.2 

95 ROWE CONSTRUCTION C HEYWORTH, IL 51130-80 031CM16 BELOW WATER, CRUSHED GRAVEL 2.595 2.65 2.3 

95 ROWE CONSTRUCTION C HEYWORTH, IL 51130-80 037FM01 BELOW WATER, ASPHALT SAND 2.543 2.61 2.5 

95 ROWE CONSTRUCTION C HEYWORTH, IL 51130-80 037FM21 BELOW WATER 2.512 2.59 3.3 

95 ROWE CONSTRUCTION C HEYWORTH, IL 51130-80 037FM22 BELOW WATER, BLENDED FINE SAND, 100% CRUSHED 2.554 2.62 2.7 

95 ROWE CONSTRUCTION C HEYWORTH, IL 51130-80 039FM20 BELOW WATER 2.530 2.61 3.0 

95 ROWE CONSTRUCTION C HEYWORTH, IL 51130-80 039FM22 BELOW WATER, COARSE GRADATION, 100% CRUSHED 2.567 2.63 2.6 

95 ROWE CONSTRUCTION C HEYWORTH, IL 51130-80 040CM14 BELOW WATER, ROUNDED GRAVEL 2.526 2.60 2.9 

95 S & G EXCAVATING MONTEZUMA, IN 52100-05 021CM16 ABOVE & BELOW WATER, CRUSHED GRAVEL 2.583 2.64 2.3 

95 S & G EXCAVATING MONTEZUMA, IN 52100-05 027FM01 ABOVE & BELOW WATER 2.568 2.62 1.8 

95 SAND VALLEY S.&G. DANVILLE, IL 51830-01 027FM01 ABOVE WATER 2.554 2.60 1.8 

95 SRM MATERIALS MAHOMET, IL 50190-18 027FM01 ABOVE & BELOW WATER 2.515 2.57 2.3 

95 STARK EXCAVATING SHIRLEY, IL 51130-84 020CM14 BELOW WATER, ROUNDED GRAVEL 2.652 2.70 1.7 

95 STARK EXCAVATING SHIRLEY, IL 51130-84 027FM01 BELOW WATER 2.593 2.64 1.8 

95 STARK EXCAVATING SHIRLEY, IL 51130-84 040CM14 BELOW WATER, ROUNDED GRAVEL 2.577 2.64 2.4 

95 STARK EXCAVATING SHIRLEY, IL 51130-84 040CM16 BELOW WATER, ROUNDED GRAVEL 2.573 2.64 2.6 

95 STARK EXCAVATING SHIRLEY, IL 51130-85 027FM01 BELOW WATER 2.578 2.63 1.9 

95 STARK MATERIALS MAHOMET, IL 50190-17 027FM01 BELOW WATER 2.474 2.55 3.0 

95 TUSCOLA STONE CO. TUSCOLA, IL 50412-01 032CM15 LEDGE 10A 2.537 2.61 3.0 

95 TUSCOLA STONE CO. TUSCOLA, IL 50412-01 042CM07 LEDGE 10A 2.497 2.58 3.3 

95 TUSCOLA STONE CO. TUSCOLA, IL 50412-01 042CM15 LEVELS 1, 2 & 3 2.458 2.56 4.0 
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95 WABASH VALLEY GRAV. WILLIAMSPORT, IN 52100-36 027FM01 ABOVE WATER 2.540 2.60 2.3 

95 WABASH VALLEY GRAV. WILLIAMSPORT, IN 52100-36 039FM20 ABOVE WATER 2.562 2.62 2.4 

95 WHITESVILLE MILL CRAWFORDSVILLE, IN 52103-22 039CM13 STEEL SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

96 BUCKHART SAND & GRAV BUCKHART, IL 51670-01 020CM16 BELOW WATER, ROUNDED GRAVEL 2.485 2.56 3.2 

96 BUCKHART SAND & GRAV BUCKHART, IL 51670-01 027FM01 BELOW WATER 2.561 2.60 1.6 

96 CALLENDER, V.H. GLASGOW, IL 51712-01 042CM14 0.0-26.2M LEDGE 1-GREEN CO. 2.557 2.61 1.9 

96 CENTRAL STONE FLORENCE, IL 51492-04 042CM11 13.7-37.5M, LEDGE 5 2.556 2.60 1.8 

96 CENTRAL STONE FLORENCE, IL 51492-04 042CM16 0.0-18.3M, LEDGE 2 2.473 2.55 3.2 

96 CENTRAL STONE FLORENCE, IL 51492-04 042CM16 13.7-37.5M, LEDGE 5 2.527 2.59 2.5 

96 CENTRAL STONE HUNTINGTON, MO 52302-04 022CM11 6.1-21.3M LEDGE 2 2.624 2.65 1.1 

96 CENTRAL STONE HUNTINGTON, MO 52302-04 022CM1101 6.1-21.3M LEDGE 2 2.625 2.65 1.1 

96 CENTRAL STONE HUNTINGTON, MO 52302-04 022CM13 6.1-21.3M LEDGE 2 2.603 2.64 1.5 

96 CENTRAL STONE HUNTINGTON, MO 52302-04 022CM14 6.1-21.3M LEDGE 2 2.620 2.65 1.2 

96 CENTRAL STONE HUNTINGTON, MO 52302-04 022CM16 6.1-21.3M LEDGE 2 2.603 2.64 1.5 

96 CENTRAL STONE HUNTINGTON, MO 52302-04 038FM20 6.1-21.3M LEDGE 2 2.571 2.62 1.7 

96 CENTRAL STONE HUNTINGTON, MO 52302-04 038FM22 6.1-21.3M LEDGE 2 2.581 2.63 1.8 

96 CENTRAL STONE LAGRANGE, MO 52300-01 027FM01 BELOW WATER 2.619 2.64 0.7 

96 CENTRAL STONE TAYLOR, MO 52300-39 027FM01 BELOW WATER 2.623 2.64 0.7 

96 GRAY QUARRIES, INC. HAMILTON, IL 50672-03 032CM13 48.8-54.9M, LEDGE 5 2.563 2.61 2.0 

96 GRAY QUARRIES, INC. HAMILTON, IL 50672-03 032CM13 3.4-75.6M, LEDGE 7 2.516 2.59 3.1 

96 GRAY QUARRIES, INC. HAMILTON, IL 50672-03 038FM20 48.8-54.9M, LEDGE 5 2.523 2.58 2.1 

96 GRAY QUARRIES, INC. HAMILTON, IL 50672-03 042CM11 3.4-75.6M, LEDGE 7 2.535 2.61 2.8 

96 GRAY QUARRIES, INC. HAMILTON, IL 50672-03 042CM11 35.1-48.8M, LEDGE 4 2.374 2.48 4.5 
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96 GRAY QUARRIES, INC. HAMILTON, IL 50672-03 042CM13 3.4-75.6M, LEDGE 7 2.503 2.59 3.4 

96 GRAY QUARRIES, INC. HAMILTON, IL 50672-03 042CM13 35.1-48.8M, LEDGE 4 2.392 2.50 4.7 

96 HANSON MATERIAL SVC ATHENS, IL 51292-02 022CM1101 UPPER & LOWER LEDGES COMBINED 2.616 2.66 1.5 

96 HANSON MATERIAL SVC ATHENS, IL 51292-02 022CM16 UPPER & LOWER LEDGES COMBINED 2.588 2.64 2.0 

96 HANSON MATERIAL SVC NOKOMIS, IL 51352-01 022CM1101 UPPER & LOWER LEDGES COMBINED 2.636 2.67 1.2 

96 HANSON MATERIAL SVC NOKOMIS, IL 51352-01 022CM1601 UPPER & LOWER LEDGES COMBINED 2.618 2.66 1.5 

96 IDEAL SAND CO. WAYLAND, MO 52300-21 027FM01 BELOW WATER 2.603 2.63 0.9 

96 NOKOMIS QUARRY NOKOMIS, IL 51352-03 022CM0701 LOWER LEDGE 2.614 2.65 1.5 

96 NOKOMIS QUARRY NOKOMIS, IL 51352-03 022CM1101 UPPER LEDGE 2.637 2.67 1.1 

96 NOKOMIS QUARRY NOKOMIS, IL 51352-03 022CM1401 UPPER & LOWER LEDGES COMBINED 2.625 2.66 1.3 

96 NOKOMIS QUARRY NOKOMIS, IL 51352-03 022CM1601 UPPER & LOWER LEDGES COMBINED 2.612 2.65 1.5 

96 NOKOMIS QUARRY NOKOMIS, IL 51352-03 038FM20 LOWER LEDGE 2.582 2.63 1.9 

96 NOKOMIS QUARRY NOKOMIS, IL 51352-03 038FM21 LOWER LEDGE 2.536 2.58 1.9 

96 O'NEAL, R.L. & SONS PLYMOUTH, IL 50672-04 042CM11 38.1-44.8M, LEDGE 3 2.496 2.56 2.7 

96 O'NEAL, R.L. & SONS PLYMOUTH, IL 50672-04 042CM11 13.7-38.1M, LEDGE 2 2.433 2.52 3.5 

96 O'NEAL, R.L. & SONS PLYMOUTH, IL 50672-04 042CM13 38.1-44.8M, LEDGE 3 2.458 2.55 3.5 

96 O'NEAL, R.L. & SONS PLYMOUTH, IL 50672-04 042CM13 13.7-38.1M, LEDGE 2 2.416 2.52 4.1 

96 PANA LIMESTONE PANA, IL 50212-04 022CM1101 UPPER & LOWER LEDGES COMBINED 2.636 2.67 1.2 

96 PANA LIMESTONE PANA, IL 50212-04 022CM1401 UPPER & LOWER LEDGES COMBINED 2.633 2.67 1.2 

96 PANA LIMESTONE PANA, IL 50212-04 022CM1601 UPPER & LOWER LEDGES COMBINED 2.616 2.65 1.5 

96 PANA LIMESTONE PANA, IL 50212-04 032CM15 UPPER & LOWER LEDGES COMBINED 2.638 2.67 1.1 

96 PANA LIMESTONE PANA, IL 50212-04 038FM20 UPPER & LOWER LEDGES COMBINED 2.570 2.61 1.7 

96 PANA LIMESTONE PANA, IL 50212-04 038FM22 UPPER & LOWER LEDGES COMBINED 2.598 2.65 1.8 
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96 PANA LIMESTONE PANA, IL 50212-04 042CM06 UPPER & LOWER LEDGES COMBINED 2.611 2.65 1.6 

96 SHIPLEY CONTRACTING FORT MADISON, IA 52200-42 027FM01 ABOVE & BELOW WATER 2.624 2.64 0.6 

96 SMITH, WAYNE LOUISIANA, MO 52300-20 027FM01 MISSISSIPPI RIVER SAND 2.621 2.64 0.6 

96 SMITH, WAYNE LOUISIANA, MO 52300-20 031CM13 MISSISSIPPI RIVER SAND, CRUSHED GRAVEL 2.446 2.51 2.7 

96 SMITH, WAYNE LOUISIANA, MO 52300-20 031CM16 MISSISSIPPI RIVER SAND, CRUSHED GRAVEL 2.435 2.51 2.9 

96 SMITH, WAYNE LOUISIANA, MO 52300-20 039FM21 MISSISSIPPI RIVER SAND 2.362 2.44 3.4 

96 VULCAN MATERIALS ROCHESTER, IL 51670-23 020CM16 BELOW WATER, ROUNDED GRAVEL 2.506 2.58 2.9 

96 VULCAN MATERIALS ROCHESTER, IL 51670-23 027FM01 BELOW WATER 2.566 2.61 1.6 

97 ALLENDALE GRAVEL CO LAWRENCEVILLE, IL 51010-06 027FM01 ABOVE & BELOW WATER 2.585 2.63 1.6 

97 C. & H. GRAVEL PIT GREENUP, IL 50350-07 027FM01 ABOVE & BELOW WATER 2.548 2.60 2.1 

97 C. & H. GRAVEL PIT GREENUP, IL 50350-07 031CM16 ABOVE & BELOW WATER, CRUSHED 2.569 2.63 2.5 

97 C. & H. GRAVEL PIT GREENUP, IL 50350-07 039FM20 ABOVE & BELOW WATER, CRUSHED 2.546 2.61 2.5 

97 C. & H. GRAVEL PIT GREENUP, IL 50350-07 040CM14 ROUNDED GRAVEL 2.497 2.58 3.2 

97 C. & H. GRAVEL PIT GREENUP, IL 50350-07 040CM16 ROUNDED GRAVEL 2.479 2.57 3.7 

97 CASEY STONE CO. CASEY, IL 50232-06 022CM11 7.6M LEDGE 2.649 2.68 1.1 

97 CASEY STONE CO. CASEY, IL 50232-06 022CM16 7.6M LEDGE 2.639 2.67 1.2 

97 CASEY STONE CO. CASEY, IL 50232-06 032CM16 7.6M LEDGE 2.620 2.66 1.5 

97 CASEY STONE CO. CASEY, IL 50232-06 038FM20 7.6M LEDGE 2.592 2.64 1.6 

97 CASEY STONE CO. CASEY, IL 50232-06 042CM11 7.6M LEDGE 2.648 2.68 1.1 

97 CASEY STONE CO. CASEY, IL 50232-06 042CM16 7.6M LEDGE 2.622 2.66 1.5 

97 CENTRAL ILL. MATLS VANDALIA, IL 50510-04 027FM01 ABOVE & BELOW WATER 2.501 2.56 2.4 

97 CHARLESTON STONE CO. CHARLESTON, IL 50292-02 022CM1101 ALL PITS EXCEPT WEST BOTTOM 2.620 2.66 1.4 

97 CHARLESTON STONE CO. CHARLESTON, IL 50292-02 022CM1401 TOP & BOTTOM NE PIT 2.587 2.64 2.0 
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97 CHARLESTON STONE CO. CHARLESTON, IL 50292-02 022CM1601 ALL PITS EXCEPT WEST BOTTOM 2.610 2.65 1.6 

97 CHARLESTON STONE CO. CHARLESTON, IL 50292-02 028FM20 TOP NE PIT 2.550 2.61 2.2 

97 CHARLESTON STONE CO. CHARLESTON, IL 50292-02 038FM20 ALL PITS EXCEPT WEST BOTTOM 2.543 2.61 2.4 

97 CHARLESTON STONE CO. CHARLESTON, IL 50292-02 038FM21 ALL PITS EXCEPT WEST BOTTOM 2.503 2.55 2.0 

97 CHARLESTON STONE CO. CHARLESTON, IL 50292-02 038FM22 ALL PITS EXCEPT WEST BOTTOM 2.576 2.63 2.2 

97 CHARLESTON STONE CO. CHARLESTON, IL 50292-02 042CM11 ALL PITS EXCEPT WEST BOTTOM 2.632 2.67 1.6 

97 CHARLESTON STONE CO. CHARLESTON, IL 50292-02 042CM14 BOTTOM NE PIT 2.617 2.67 1.9 

97 JONES & SONS, INC. VINCENNES, IN 52100-75 027FM01 ABOVE & BELOW WATER 2.587 2.62 1.3 

97 KNOX COUNTY SAND VINCENNES, IN 52100-11 027FM01 ABOVE & BELOW WATER 2.584 2.62 1.3 

97 LAWRENCE GRAVEL DARWIN, IL 50230-04 020CM11 BELOW WATER, ROUNDED GRAVEL 2.595 2.64 1.8 

97 LAWRENCE GRAVEL DARWIN, IL 50230-04 027FM01 BELOW WATER 2.590 2.63 1.5 

97 LAWRENCE GRAVEL DARWIN, IL 50230-04 031CM13 BELOW WATER, CRUSHED GRAVEL 2.578 2.63 2.0 

97 LAWRENCE GRAVEL DARWIN, IL 50230-04 031CM16 BELOW WATER, CRUSHED GRAVEL 2.572 2.63 2.2 

97 LAWRENCE GRAVEL DARWIN, IL 50230-04 039FM20 BELOW WATER 2.534 2.59 2.2 

97 MID ILLINOIS QUARRY CASEY, IL 50232-02 022CM1101 ALL PITS 2.647 2.68 1.1 

97 MID ILLINOIS QUARRY CASEY, IL 50232-02 022CM1601 ALL PITS 2.639 2.67 1.2 

97 MID ILLINOIS QUARRY CASEY, IL 50232-02 032CM16 ALL PITS 2.633 2.67 1.3 

97 MID ILLINOIS QUARRY CASEY, IL 50232-02 038FM20 ALL PITS 2.599 2.64 1.6 

97 MITCHELL CRUSHED STN MITCHELL, IN 52102-04 022CM1101 ALL LEDGES 2.614 2.65 1.2 

97 MITCHELL CRUSHED STN MITCHELL, IN 52102-04 022CM1601 ALL LEDGES 2.586 2.63 1.7 

97 MITCHELL CRUSHED STN MITCHELL, IN 52102-04 032CM16 ALL LEDGES 2.591 2.64 1.7 

97 MITCHELL CRUSHED STN MITCHELL, IN 52102-04 038FM20 ALL LEDGES 2.579 2.62 1.6 

97 MULZER CR. STONE CO. ENGLISH, IN 52102-11 022CM1101 LEDGES 1 & 3 2.654 2.68 0.9 
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97 MULZER CR. STONE CO. ENGLISH, IN 52102-11 022CM16 LEDGES 1 & 3 2.641 2.67 1.1 

97 PROSSER CONSTRUCTIO SHELBYVILLE, IL 51730-01 027FM01 BELOW WATER 2.511 2.57 2.3 

97 QUALITY LIME CO. MARSHALL, IL 50232-05 022CM1101 ALL PITS EXCEPT SOUTH PIT 2.640 2.68 1.4 

97 QUALITY LIME CO. MARSHALL, IL 50232-05 022CM1401 ALL PITS EXCEPT SOUTH PIT 2.630 2.67 1.7 

97 QUALITY LIME CO. MARSHALL, IL 50232-05 022CM1601 ALL PITS EXCEPT SOUTH PIT 2.626 2.67 1.6 

97 QUALITY LIME CO. MARSHALL, IL 50232-05 032CM16 ALL PITS EXCEPT SOUTH PIT 2.634 2.67 1.5 

97 QUALITY LIME CO. MARSHALL, IL 50232-05 038FM22 ALL PITS EXCEPT SOUTH PIT 2.614 2.66 1.7 

97 QUALITY LIME CO. MARSHALL, IL 50232-05 042CM11 ALL PITS EXCEPT SOUTH PIT 2.630 2.67 1.5 

97 QUALITY LIME CO. MARSHALL, IL 50232-05 042CM16 ALL PITS EXCEPT SOUTH PIT 2.612 2.66 1.9 

97 RIVER BEND MATERIALS CHARLESTON, IL 50290-06 027FM01 ABOVE WATER 2.548 2.60 2.0 

97 RIVER BEND MATERIALS GREENUP, IL 50350-05 027FM01 ABOVE & BELOW WATER 2.551 2.60 1.9 

97 S & G EXCAVATING TERRE HAUTE, IN 52100-19 020CM1101 ROUNDED GRAVEL 2.609 2.65 1.8 

97 S & G EXCAVATING TERRE HAUTE, IN 52100-19 027FM01 ABOVE & BELOW WATER 2.573 2.62 1.6 

97 VANDALIA S. & G. VANDALIA, IL 50510-06 027FM01 ABOVE & BELOW WATER 2.545 2.59 1.8 

97 VULCAN MATERIALS HARRISTOWN, IL 51150-01 027FM01 BELOW WATER 2.575 2.61 1.5 

98 ALTHOFF-WEBER SAND CAHOKIA, IL 51630-08 027FM01 MISSISSIPPI RIVER SAND 2.619 2.63 0.4 

98 ANTIRE QUARRY EUREKA, MO 52302-65 028FM20 LEDGES 11-14 2.583 2.63 1.7 

98 ANTIRE QUARRY EUREKA, MO 52302-65 038FM20 LEDGES 11-21 2.547 2.61 2.3 

98 BLUFF CITY MINERAL ALTON, IL 51192-02 022CM1101 6.7-17.7M, LEVEL 2A & 2B 2.643 2.67 1.0 

98 BLUFF CITY MINERAL ALTON, IL 51192-02 022CM14 6.7-17.7M, LEVEL 2A & 2B 2.635 2.67 1.1 

98 BLUFF CITY MINERAL ALTON, IL 51192-02 022CM16 6.7-17.7M, LEVEL 2A & 2B 2.616 2.65 1.5 

98 BLUFF CITY MINERAL ALTON, IL 51192-02 028FM20 6.7-17.7M, LEVEL 2A & 2B 2.577 2.62 1.6 

98 BLUFF CITY MRLS-PDR PRAIRIE DU ROCHER, IL 51572-04 022CM1101 8.5M, LEDGE 1 2.634 2.66 1.1 
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98 BLUFF CITY MRLS-PDR PRAIRIE DU ROCHER, IL 51572-04 022CM1601 8.5M, LEDGE 1 2.626 2.66 1.2 

98 BLUFF CITY SAND ALTON, IL 51190-03 027FM01 MISSISSIPPI  RIVER SAND 2.618 2.63 0.4 

98 BUSSEN QUARRIES KOCH STATION, MO 52300-07 027FM01 DREDGED FROM MISS. RIVER 2.611 2.62 0.4 

98 BUSSEN QUARRIES KOCH STATION, MO 52302-07 022CM11 21.3M, LEDGES 5-15 2.620 2.66 1.3 

98 BUSSEN QUARRIES KOCH STATION, MO 52302-07 022CM13 21.3M, LEDGES 5-15 2.615 2.65 1.4 

98 CARLYLE S&G-A, LTD CARLYLE, IL 50270-07 027FM01 ABOVE & BELOW WATER 2.560 2.59 1.2 

98 CASPER-STOLLE QUARRY DUPO, IL 51632-05 042CM11 LEDGES 5-9, 10 & 12 2.582 2.63 1.8 

98 CENTRAL STONE FLORISSANT, MO 52300-38 027FM01 MISSOURI RIVER SAND 2.618 2.63 0.4 

98 CENTRAL STONE FLORISSANT, MO 52302-53 022CM11 BENCHES 1, 2, 3-9 & 12-14 2.606 2.64 1.4 

98 CENTRAL STONE FLORISSANT, MO 52302-53 022CM13 BENCHES 3-9 & 12-14 2.588 2.63 1.7 

98 CENTRAL STONE FLORISSANT, MO 52302-53 022CM16 BENCHES 3-9 & 12-14 2.576 2.63 2.0 

98 CENTRAL STONE FLORISSANT, MO 52302-53 038FM20 BENCHES 3-9 & 12-14 2.542 2.60 2.3 

98 CENTRAL STONE #58 FARMINGTON, MO 52302-77 022CM11 TRAPROCK 2.599 2.61 0.6 

98 CENTRAL STONE #58 FARMINGTON, MO 52302-77 022CM11 GRANITE 2.652 2.66 0.4 

98 CENTRAL STONE #58 FARMINGTON, MO 52302-77 022CM16 TRAPROCK 2.589 2.61 0.8 

98 CENTRAL STONE #58 FARMINGTON, MO 52302-77 022CM16 GRANITE 2.649 2.66 0.6 

98 CENTRAL STONE #58 FARMINGTON, MO 52302-77 028FM21 GRANITE 2.599 2.62 0.9 

98 CENTRAL STONE #58 FARMINGTON, MO 52302-77 038FM20 TRAPROCK 2.590 2.60 0.6 

98 CENTRAL STONE #58 FARMINGTON, MO 52302-77 038FM20 GRANITE 2.604 2.62 0.7 

98 COLUMBIA QUARRY CO. DUPO, IL 51632-09 022CM11 4.3M ABOVE 1A & 2, 1A & 2, & 3-5 2.640 2.67 1.1 

98 COLUMBIA QUARRY CO. DUPO, IL 51632-09 022CM16 LEDGES 3-5 2.621 2.66 1.4 

98 COLUMBIA QUARRY CO. DUPO, IL 51632-09 032CM16 4.3M ABOVE 1A & 2, 1A & 2, & 3-6 2.614 2.65 1.5 

98 COLUMBIA QUARRY CO. DUPO, IL 51632-09 038FM20 ALL LEDGES 2.518 2.58 2.5 
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98 COLUMBIA QUARRY CO. DUPO, IL 51632-09 042CM11 LEDGES 3-6, 7-8, 9 & 10, 11, & 12 2.568 2.62 2.1 

98 COLUMBIA QUARRY CO. WATERLOO, IL 51332-04 022CM1101 LEDGES 1-3 2.629 2.67 1.4 

98 COLUMBIA QUARRY CO. WATERLOO, IL 51332-04 022CM1501 LEDGES 1-3 & 6B 2.618 2.66 1.7 

98 COLUMBIA QUARRY CO. WATERLOO, IL 51332-04 022CM1601 LEDGES 1-3 2.602 2.65 1.8 

98 COLUMBIA QUARRY CO. WATERLOO, IL 51332-04 028FM04 LEDGE 6B 2.591 2.64 2.0 

98 COLUMBIA QUARRY CO. WATERLOO, IL 51332-04 032CM16 LEDGES 4 & 5 2.506 2.59 3.2 

98 COLUMBIA QUARRY CO. WATERLOO, IL 51332-04 038FM22 LEDGE 6B 2.600 2.65 1.8 

98 COLUMBIA QUARRY CO. WATERLOO, IL 51332-04 042CM11 LEDGES 4 & 5 2.511 2.58 2.7 

98 FALLING SPRINGS QRY FALLING SPRINGS, IL 51632-03 022CM11 33.5M, LEDGE 1B & 19.8M, LEDGE 4 & 5 2.631 2.66 1.2 

98 FALLING SPRINGS QRY FALLING SPRINGS, IL 51632-03 032CM16 33.5M, LEDGE 1B & 19.8M, LEDGE 4 & 5 2.592 2.64 1.9 

98 FALLING SPRINGS QRY FALLING SPRINGS, IL 51632-03 038FM20 LEDGES 1B, 4 & 5, & 6 2.570 2.61 1.6 

98 FALLING SPRINGS QRY FALLING SPRINGS, IL 51632-03 038FM22 33.5M, LEDGE 1B 2.608 2.65 1.6 

98 FRED WEBER, INC. HARTFORD, IL 51190-11 027FM01 BELOW WATER 2.617 2.63 0.4 

98 GATEWAY S&G, LTD MADISON, IL 51190-10 027FM01 BELOW WATER 2.611 2.62 0.5 

98 GRANITE CITY SLAG GRANITE CITY, IL 51193-31 033CM13 ACBF SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

98 GRANITE CITY SLAG GRANITE CITY, IL 51193-31 033FM21 ACBF SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

98 GRANITE CITY SLAG GRANITE CITY, IL 51193-31 043CM11 ACBF SLAG, CONTACT DISTRICT FOR Gsb AVERAGE    

98 IRON MT. TRAP ROCK IRON MOUNTAIN, MO 52302-33 022CM11 22.9M, LEDGE 1-WEST PIT 2.617 2.63 0.5 

98 IRON MT. TRAP ROCK IRON MOUNTAIN, MO 52302-33 028FM20 22.9M, LEDGE 1-WEST PIT 2.565 2.59 1.0 

98 IRON MT. TRAP ROCK IRON MOUNTAIN, MO 52302-33 032CM14 22.9M, LEDGE 1-WEST PIT 2.598 2.62 1.7 

98 IRON MT. TRAP ROCK IRON MOUNTAIN, MO 52302-33 032CM16 22.9M, LEDGE 1-WEST PIT 2.576 2.60 0.9 

98 KEYESPORT S. & G. #2 KEYESPORT, IL 50050-06 027FM01 ABOVE & BELOW WATER 2.571 2.61 1.5 

98 KIMATERIALS, INC. OLD MONROE, MO 52300-33 027FM01 BELOW WATER 2.615 2.63 0.6 
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98 LAFARGE A & C ST. CHARLES, MO 52300-23 027FM01 MISSOURI RIVER SAND 2.620 2.63 0.4 

98 LAFARGE PERRYVILLE PERRYVILLE, MO 52302-41 022CM1101 LEDGES 2 & 3 2.677 2.70 0.7 

98 LAFARGE PERRYVILLE PERRYVILLE, MO 52302-41 022CM1401 LEDGES 2 & 3 2.676 2.70 0.7 

98 LAFARGE PERRYVILLE PERRYVILLE, MO 52302-41 022CM1601 LEDGES 2 & 3 2.655 2.68 1.0 

98 LEAD BELT MATERIAL ELVINS, MO 52302-45 032CM16  2.619 2.69 2.5 

98 LEAD BELT MATERIAL 2 DESLOGE, MO 52302-63 032CM13 22.8M, LEDGES 1 & 2 2.721 2.76 1.3 

98 MADISON COUNTY SAND COLLINSVILLE, IL 51190-08 027FM01 BELOW WATER 2.605 2.62 0.6 

98 RUTGER STREET SAND ST. LOUIS, MO 52300-16 027FM01 BELOW WATER 2.606 2.62 0.5 

98 SIMPSON MATERIALS VALLEY PARK, MO 52300-14 031CM13 BELOW WATER, CRUSHED GRAVEL 2.465 2.52 2.3 

98 SIMPSON MATERIALS VALLEY PARK, MO 52300-14 031CM16 BELOW WATER, CRUSHED GRAVEL 2.461 2.52 2.5 

98 SIMPSON MATERIALS VALLEY PARK, MO 52300-14 039FM20 BELOW WATER 2.515 2.57 2.1 

98 TOWER ROCK STONE CO. ST. GENEVIEVE, MO 52302-39 022CM11 ZONE 12 LEDGE 1 2.648 2.67 0.9 

98 TOWER ROCK STONE CO. ST. GENEVIEVE, MO 52302-39 022CM16 ZONE 12 LEDGE 1 2.621 2.66 1.4 

98 TRAP & GRANITE QRY IRONTON, MO 52302-71 022CM11 TRAPROCK 2.651 2.66 0.4 

98 TRAP & GRANITE QRY IRONTON, MO 52302-71 022CM1101 GRANITE 2.595 2.61 0.5 

98 TRAP & GRANITE QRY IRONTON, MO 52302-71 022CM13 TRAPROCK 2.631 2.65 0.7 

98 TRAP & GRANITE QRY IRONTON, MO 52302-71 022CM14 TRAPROCK 2.658 2.67 0.3 

98 TRAP & GRANITE QRY IRONTON, MO 52302-71 022CM1601 GRANITE 2.582 2.60 0.7 

98 TRAP & GRANITE QRY IRONTON, MO 52302-71 022CM1601 TRAPROCK 2.632 2.65 0.7 

98 TRAP & GRANITE QRY IRONTON, MO 52302-71 028FM20 TRAPROCK 2.616 2.63 0.7 

98 TRAP & GRANITE QRY IRONTON, MO 52302-71 028FM21 TRAPROCK 2.587 2.60 0.6 

98 TRAP & GRANITE QRY IRONTON, MO 52302-71 028FM21 GRANITE 2.593 2.61 0.5 

98 TRAP & GRANITE QRY IRONTON, MO 52302-71 038FM20 GRANITE 2.592 2.60 0.5 
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98 WEBER, FRED, INC. CRYSTAL CITY, MO 52300-37 027FM01 MISSISSIPPI RIVER SAND 2.614 2.63 0.5 

98 WINTER BROS. CO. #2 ST. LOUIS, MO 52300-43 027FM01 BELOW WATER 2.564 2.60 1.5 

99 ANNA QUARRIES, INC. ANNA, IL 51812-02 022CM1101 57.9-77.4M & 77.4-123.9M 2.651 2.68 0.9 

99 ANNA QUARRIES, INC. ANNA, IL 51812-02 022CM16 57.9-77.4M 2.628 2.67 1.4 

99 ANNA QUARRIES, INC. ANNA, IL 51812-02 022CM1601 77.4-123.9M 2.636 2.67 1.2 

99 ANNA QUARRIES, INC. ANNA, IL 51812-02 038FM20 ANNA PIT 2.608 2.64 1.2 

99 ANNA QUARRIES, INC. ANNA, IL 51812-02 038FM21 ANNA PIT 2.545 2.57 1.1 

99 ANNA QUARRIES, INC. ANNA, IL 51812-02 038FM22 ANNA PIT 2.606 2.64 1.4 

99 ANNA QUARRIES, INC. ANNA, IL 51812-02 042CM10 ANNA PIT 2.638 2.67 1.1 

99 BRENDA KAY SAND, LLC BENTON, MO 52300-40 027FM01 BELOW WATER 2.609 2.63 0.6 

99 CORYDON CR.STONE CORYDON, IN 52102-25 022CM1101 206-235M LEDGE 2.617 2.65 1.3 

99 CORYDON CR.STONE CORYDON, IN 52102-25 022CM1601 206-235M LEDGE 2.599 2.64 1.7 

99 CORYDON CR.STONE CORYDON, IN 52102-25 028FM20 206-235M LEDGE 2.569 2.62 2.0 

99 HASTIE MINING CAVE-IN-ROCK, IL 50692-04 022CM1101 0.0-20.4, LEVIAS & 0.0-33.7M, ST. GENEVIEVE 2.678 2.70 0.7 

99 HASTIE MINING CAVE-IN-ROCK, IL 50692-04 022CM1601 0.0-20.4, LEVIAS & 0.0-33.7M, ST. GENEVIEVE 2.662 2.69 1.0 

99 HASTIE MINING CAVE-IN-ROCK, IL 50692-04 039CM13 ROSICLARE SANDSTONE 2.563 2.61 1.9 

99 HASTIE MINING CAVE-IN-ROCK, IL 50692-04 039CM16 ROSICLARE SANDSTONE 2.621 2.65 1.2 

99 HASTIE MINING CAVE-IN-ROCK, IL 50692-04 042CM06/10 0.0-20.4, LEVIAS & 0.0-33.7M, ST. GENEVIEVE 2.650 2.68 1.1 

99 J & B S&G, LLC MAUNIE, IL 51930-07 027FM01 BELOW WATER 2.586 2.62 1.4 

99 KINKAID STONE CO. AVA, IL 50772-02 022CM1101 13.8-16.8M 2.677 2.70 0.8 

99 KINKAID STONE CO. AVA, IL 50772-02 022CM1101 3.3 - 8.2M 2.647 2.68 1.3 

99 KINKAID STONE CO. AVA, IL 50772-02 022CM1601 13.8-16.8M 2.657 2.69 1.1 

99 KINKAID STONE CO. AVA, IL 50772-02 022CM1601 3.3 - 8.2M 2.625 2.67 1.7 
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99 KINKAID STONE CO. AVA, IL 50772-02 032CM16 0.0-8.2M & 13.8-16.8M 2.654 2.69 1.2 

99 KINKAID STONE CO. AVA, IL 50772-02 038FM20 0.0-8.2M & 13.8-16.8M 2.587 2.63 1.6 

99 KINKAID STONE CO. AVA, IL 50772-02 038FM21 0.0-8.2M & 13.8-16.8M 2.580 2.61 1.1 

99 KINKAID STONE CO. AVA, IL 50772-02 038FM22 0.0-8.2M & 13.8-16.8M 2.581 2.64 2.1 

99 KINKAID STONE CO. AVA, IL 50772-02 042CM10 0.0-8.2M & 13.8-16.8M 2.631 2.67 1.4 

99 KINKAID STONE CO. AVA, IL 50772-02 042CM11 0.0-8.2M & 13.8-16.8M 2.667 2.69 0.9 

99 LAFARGE SHETLERVILLE, IL 50692-09 022CM1101 13.4-35.1M, BELOW ROSICLARE & LEDGES C & D 2.675 2.69 0.7 

99 LAFARGE SHETLERVILLE, IL 50692-09 022CM1601 13.4-35.1M, BELOW ROSICLARE & LEDGES C & D 2.658 2.68 1.0 

99 LAFARGE SHETLERVILLE, IL 50692-09 038FM20 13.4-35.1M, BELOW ROSICLARE & LEDGES C & D 2.602 2.63 1.2 

99 LAFARGE SHETLERVILLE, IL 50692-09 038FM21 13.4-35.1M, BELOW ROSICLARE & LEDGES C & D 2.591 2.61 0.8 

99 LAFARGE SHETLERVILLE, IL 50692-09 038FM22 13.4-35.1M, BELOW ROSICLARE & LEDGES C & D 2.635 2.67 1.3 

99 LAFARGE SHETLERVILLE, IL 50692-09 039CM13 ROSICLARE SANDSTONE 2.591 2.63 1.4 

99 LAFARGE SHETLERVILLE, IL 50692-09 042CM10 13.4-35.1M, BELOW ROSICLARE & LEDGES C & D 2.671 2.69 0.9 

99 LAFARGE SMITHLAND, KY 52502-04 022CM11 PIT #2, LEDGES 16 - 25 2.652 2.68 0.9 

99 LAFARGE SMITHLAND, KY 52502-04 022CM1101 LEDGES 20-25 2.655 2.68 0.9 

99 LAFARGE SMITHLAND, KY 52502-04 022CM16 PIT #2, LEDGES 16 - 25 2.638 2.67 1.2 

99 LAFARGE SMITHLAND, KY 52502-04 022CM1601 LEDGES 20-25 2.637 2.67 1.2 

99 LAFARGE CAVE IN ROCK CAVE-IN-ROCK, IL 50692-12 022CM1101  2.679 2.70 0.8 

99 LAFARGE CAVE IN ROCK CAVE-IN-ROCK, IL 50692-12 042CM10  2.654 2.68 1.0 

99 MULZER CR. STONE CO. CAPE SANDY, IN 52102-18 042CM11 19.2M LEDGE, 603-610 2.623 2.66 1.5 

99 MULZER CR. STONE CO. CAPE SANDY, IN 52102-18 042CM16 19.2M LEDGE, 603-610 2.584 2.64 2.2 

99 MULZER CR. STONE CO. EVANSVILLE, IN 52100-49 027FM01 BELOW WATER 2.562 2.59 1.2 

99 MULZER CR. STONE CO. GRIFFIN, IN 52100-22 027FM01 BELOW WATER 2.592 2.63 1.3 
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99 PINE BLUFF MTLS HENDERSON, KY 50590-01 027FM01 BELOW WATER 2.574 2.60 1.1 

99 PINE BLUFF MTLS METROPOLIS, IL 51270-14 027FM01 OHIO RIVER SAND 2.568 2.60 1.2 

99 SHAWNEE S & G GRIMSBY WYE, IL 50770-02 027FM01 BELOW WATER 2.621 2.63 0.4 

99 SHAWNEE S & G GRIMSBY WYE, IL 50770-02 040CM16 BELOW WATER 2.499 2.55 2.1 

99 SHAWNEE STONE CYPRESS, IL 50872-02 022CM11 LEDGES A & C 2.650 2.68 1.1 

99 SHAWNEE STONE JONESBORO, IL 51812-03 022CM11 LEVEL 8 2.463 2.52 2.3 

99 SHAWNEE STONE JONESBORO, IL 51812-03 038FM20 LEVEL 8 2.409 2.49 3.4 

99 SHAWNEE STONE JONESBORO, IL 51812-03 042CM16 LEVEL 8 2.435 2.52 3.3 

99 SOUTHEAST MO. STONE CAPE GIRARDEAU, MO 52302-38 022CM13 62.7-82.5M NEW LEDGE 5&6 2.683 2.72 1.5 

99 SOUTHEAST MO. STONE CAPE GIRARDEAU, MO 52302-38 022CM16 62.7-82.5M NEW LEDGE 5&6 2.676 2.72 1.5 

99 SOUTHEAST MO. STONE CAPE GIRARDEAU, MO 52302-38 038FM21 NEW LEDGES 3, 5&6 2.575 2.62 1.7 

99 SOUTHERN ILL.STONE BUNCOMBE, IL 50872-03 022CM11 LOWER MIDDLE LEDGE ONLY 2.645 2.67 1.1 

99 SOUTHERN ILL.STONE BUNCOMBE, IL 50872-03 022CM16 LOWER MIDDLE LEDGE ONLY 2.622 2.66 1.5 

99 SOUTHERN ILL.STONE BUNCOMBE, IL 50872-03 032CM16 TOP, MIDDLE OR BOTTOM LEDGE 2.641 2.67 1.2 

99 SOUTHERN ILL.STONE BUNCOMBE, IL 50872-03 038FM21 TOP, MIDDLE OR BOTTOM LEDGE 2.524 2.58 2.1 

99 SOUTHERN ILL.STONE BUNCOMBE, IL 50872-03 042CM10 TOP, MIDDLE OR BOTTOM LEDGE 2.633 2.67 1.3 

99 SOUTHERN ILL.STONE BUNCOMBE, IL 50872-03 042CM11 TOP, MIDDLE OR BOTTOM LEDGE 2.655 2.68 1.0 

 


