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Designer Note:  Use on all HMA contracts. 
 
 
POLYMERIZED BITUMINOUS MATERIALS (PRIME COAT) RATES 
 
Surface Type 
 

Estimated Truck Application Rate Residual Rate 

Milled (HMA or PCC) 0.10 gal/sy (0.0004 ton/sy) 0.05 gal/sy 
Existing Pavement 0.05 gal/sy (0.00022 ton/sy) 0.025 gal/sy 
Fog Coat (between lifts) 0.05 gal/sy (0.00022 ton/sy) 0.025 gal/sy 

 
Note: Estimated truck application rate is used for estimating quantities. 
 
 


