
20400 204.00 
 
Designer Note:  This special provision is to be used on any project using the pay items Borrow 
Excavation or Furnished Excavation. 
 
 
BORROW AND FURNISHED EXCAVATION 
 
Effective March 7, 2000 Revised April 27, 2007 
 
Add the following to the requirements of Article 204: 
 
“Soils which demonstrate the following properties shall be restricted to the interior of the 
embankment and shall be covered on both sides and top with a minimum of 3 feet (900mm) of 
non-restricted soil not considered detrimental in terms of erosion potential or excess volume 
change.  A restricted soil is defined as having any one of the following properties:” 
 
A grain size distribution with less than 35% passing the number 75um (#200) sieve. 
A plasticity index of less than 12. 
A liquid limit in excess of 50. 
 
“All restricted and non-restricted embankment materials shall have the following minimum 
strengths for the indicated moistures:” 
 
Immediate Bearing 
Value 

Shear Strength 
At 95% Density * 

Moisture 

   
3.0 1000PSF (50 Kpa) 120% 
   
4.0 1300 PSF (62 Kpa) 110% 
 
*Granular Soils φ=35° 
 
 


