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Designer Note:  Use this special if you have Subbase Granular Material.  It will reduce the 
potential to get materials that meet the gradation and density, but are weak under certain 
conditions (wet). 
 
 
SUBBASE GRANULAR MATERIAL 
 
Effective: November 5, 2004 
 
This work shall be in accordance with Section 311 of the Standard Specifications and as 
specified herein. 
 
All Subbase Granular Material shall have a minimum IBR of 40. 
 
 
 


